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NONDESTRUCTIVE TES T I  N G 2 E C H N I  QUES FOR MULTILAYER 
PRINTED WIRING BOaRDS 

mu1 til ayer boards 

A number of candidate nondestructive t e s t i n g  techniques 

have been examined f o r  a p p l i c a b i l i t y  t o  t h e  inspect ion of m u l t i -  

l a y e r  pr in ted  wiring boards, The techniques of a x i a l  t r ans -  

ve r se  laminography and the  m u t u a l  coupling probe w e r e  se lec ted  

f o r  more thorough study, Theoretical  and experimental r e s u l t s  

have shown t h a t  laminography shows g r e a t  promise a s  a p r a c t i c a l  

inspec t ion  method capable of being used i n  100 per  cent inspec- 

t i o n  s ince t h e  technique affords  adequate l a y e r  and defec t  

r e so lu t ion ,  The mutua l  coupling probe also showed promi.se, b u t  

i n  a more l i m i t e d  s e n s e g  since it mrald be used t o  inspec t  each 

through-hole ind iv idua l lyo  Application of t h e  probe i s  en- 

vis ioned only as an adjunct t o  lamnnography i n  inspecting, 
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~ - ~ - - ~ - _  NONDESTRUCTIVE TE STING T E C H N I Q U B  

--- FOR MULTILAYER PRINTE~D WIRING BOARDS 

I.  - INTRODUCTION 

The rapid advances i n  t he  technology of i n t eg ra t ed  c i r c u i t  

elements have i n t e n s i f i e d  the  demand f o r  corresponding improve- 

ments i n  .the performance and r e l i a b i l i t y  of interconnection 

methods, The 'achievement of high q u a l i t y  interconnect ions i s  

e s s e n t i a l  t o  ' f u l ly  r e a l i z e  the  bas ic  advantages of packaging 

and r e l i a b i l i t y  t h a t  a r e  inherent i n  mul t i layer  p r in t ed  c i r c u i t  

boards, Although many methods of interconnection a r e  poss ib le ,  

t h e  most common i s  the  p la ted  through-hole, pr imari ly  because 

i t s  method of f ab r i ca t ion  i s  compatible with the  general  con- 

s t r u c t i o n  techniques u t i l i z e d  f o r  p r in ted  wiring boards and 

because it i s  adaptable t o  the  small dimensions involved. I n  

t h e  mul t i layer  systems, the  l aye r s  a r e  usual ly  laminated to-  

gether  and holes  a r e  d r i l l e d  through t h e  l a y e r s  exposing the  

conductor metal i n  cross-section i n  t he  holes ,  Deposition and 

p l a t i n g  of copper o r  o ther  m e t a l s  r e s u l t s  i n  p l a t ed  holes  which 

connect t he  var ious pr in ted  conductor l a y e r s  together .  

The q u a l i t y  of the  plated through-hole interconnection 

depends pr imari ly  on surface coverage and the  nature  of t h e  

bond be tween the  hole p l a t ing  and t he  p r in t ed  conductors. The 

th ickness  of t he  hole p l a t ing  i s  a l s o  important t o  i n s u r e  low 

r e s i s t a n c e  of t he  interconnection- Because of t he  small dimen- 

s ions  and the  general  i n a c c e s s l b l l i t y ,  conventional inspection 

I l T  R E S E A R C H  I N S T I T U T E  
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techniques do not permit simple evaluatii..n of t h e  interconnection. 

Furthermore, conventional res i s tance  tests do not  readi ly  estab- 

l i s h  surface coverage,and thickness e f f e c t s  because the  resis- 

tance of t he  p la ted  through-hole i s  general ly  masked by t h e  

r e s i s t ance  of t h e  pr in ted  conductors themselves, 

11. THE PROBLEM 

The goal of t h i s  inves t iga t ion  was t h e  development of a 

nondestructive tes t  which could be applied t o  100 per  c e n t  i n -  

spection of interconnections i n  mu1 t i l a y e r  p r in t ed  wiring boards, 

This goal has  been accomplished. I n  pursu i t  of t h i s  goa l ,  it 

was necessary t o  examine a number of candidate techniques each 

having c e r t a i n  a t t r i b u t e s  and shortcomings when applied t o  t h i s  

p a r t  i cu l  a r  problem 

The inspect ion of a mult i layer  board can be approached 

i n  two bas ic  ways, These are: 1) Inspect ion of one through- 

hole a t  a t i m e ;  o r  2) Examination of t h e  e n t i r e  board a s  an 

entity Certain techniqcres l e n d  themselves more t o  one type 

of lnspect ion than t h e  o ther ,  

Defects i n  mult i layer  boards can a l so  be general ly  cate-  

gorized,  O n e  type of defect is t h e  geometric deviat ion of an 

interconnect ion from the  i n t e n d e d  configurat ion,  These r e s u l t  

i n  something less than 360’ of contact  be tween t h e  conductor 

pad and the  through-hole- The second type of defec t  i s  one 

which 1s  due t o  poor bond a t  t h e  i n t e r f a c e  o r  oxidation r e s u l t -  

i n g  i n  r e s i s t ance  change not due t o  geometric deviations.  A 

I I T  R E S E A R C H  I N S T I T U T E  
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successful candidate technique i s  one capable of de tec t ing  

both of these types 3f CL -'--e ? 

I11 FEASIBILITY STUDY - ALTERNATE -_-_- SOLUTIONS 

A" Candidate Technicrues 

A number of candidate techniques w e r e  examined i n i t i a l l y  

f o r  r e l a t i v e  promise i n  f u l f i l l i n g  the  objec t ive  of t h i s  pro- 

gram, Among those considered were magnetic f i e l d  sensing, 

i n f r a r e d  de tec t ion ,  dynamic r e s i s t ance  measurements, double 

frequency intermodulatlon, e l e c t r i c  f i e l d  sensing, a combination 

e l e c t r i c a l  r e s i s t ance  - acoust lcal  technique, mutua l  coupling 

probe, and ax ia l  t ransverse  laminography- From t h i s  i n i t i a l  

s tudy,  the laminography and mutual coupling w e r e  se lec ted  a s  

most promising and given fu r the r  considerat ion-  A discussion 

of each of the rejected methods 1 s  contained i n  Appendix I ,  

T h e  r e s u l t s  of t h e  laminography inves t iga t lon  and the mutual 

coupling probe development w i l l  be discussed i n  d e t a i l  i n  suc- 

ceedi ng paragraphs 

B e  T e s t  Board Confiauration 

A standardized tes t  board configuration was prepared t o  

allow comparison of a l t e r n a t e  methods, T h e  boards (obtained 

commercially) 

from an  idea l  interconnection w e r e  purposely introduced, with a 

second l d e n t l c a l  set having no de fec t sa  Each board contained 

four  l a y e r s  with interconneetlons be tween each l a y e r  and every 

o t h e r  l aye r ,  

cons is ted  of one set i n  which geometric deviations 

I I T  R E S E A R C H  I N S T I T U T E  
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The standard board was establ lshed a t  a 4" x 4" s ize  

having a 5 x 5 matrix of through-holes, The optimum i n t e r -  

connection has been defined a s  t ha t  of 360° of t h e  cy l ind r i ca l  

hole making contact  with 360' of t he  land t o  which it i s  joined. 

Some j o i n t s  were de l ibe ra t e ly  reduced t o  180°, t h e  width of t he  

connecting l i n e ,  a point  contact ,  and an open c i r c u i t  a s  pro- 

duced by a h a i r l i n e  f r ac tu re ,  Drawings of the tes t  board con- 

f igu ra t ion  showing the  de fec t s  a r e  shown i n  Appendix 11, 

IV . AXIAL TRANSVERSE LAMINOGRAPHY 

The primary purpose of t h i s  port ion of t h e  research e f f o r t  

was t o  explore radiography a s  a nondestructive method f o r  t h e  

t e s t i n g  of t h e  i n t e g r i t y  of through-hole interconnect ions i n  

mul t i layer  pr in ted  wiring boards, Any technique, t o  be of 

va lue ,  should be able  t o  inspect through-holes f o r  i n t e g r i t y  i n  

a simple y e t  rap id  manner. Early i n  t h e  program it was deter-  

mined t h a t  ordinary radiography f e l l  short  of t h e  requirements 

f o r  a good t e s t i n g  technique i n  th i s  application 2r.d some o the r  

method would be required,  Ordinary radiography w a s  not capable 

of inspec t ing  the  c r i t i c a l  through-hole area i n  any d e t a i l  a s  

a r e s u l t  of t he  in t e r f e rence  from a l l  o the r  l a y e r s  of the boards. 

Laminography was considered and preliminary ca l cu la t ions  ind i -  

ca ted  t h a t  it held g rea t  promise although the  problems involved 

i n  t h e  p r a c t i c a l  appli ,cation were not t r i v i a l ,  During the  course 

of t h i s  i nves t iga t ion ,  it w a s  shown, using a labora tory  model 

with which high reso lu t ion  laminographs of p r in t ed  wiri: :g 

I I T  R E S E A R C H  I N S T I T U T E  
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boards were made, t h a t  laminography i s  e r - t i r e ly  f e a s i b l e  a s  a 

nondestructive t e s t i n g  technique f o r  mul t i layer  pr in ted  

boards, I t  i s  a l so  c l e a r  from these r e s u l t s  t h a t  development 

.qiring 

i n  accordance with suggested recommendations w i l l  r e s u l t  i n  a 

wholly p r a c t i c a l  method f o r  t he  nondestructive t e s t i n g  of m u l t i -  

l a y e r  pr in ted  wiring boards, 

A. Technical Discussion 

1" - Theory 

L aminography 1'2'3' i s  a technique of radiography which 

allows one t o  radiograph a th in  sec t ion  of a t h i c k  sample with- 

out  physical ly  sect ioning the  sample, Thus, it i s  a powerful 

nondestructive t e s t i n g  technique. 

Laminography and the  a l l i e d  techniques of tomography and 

solidography depend on the  averaging of the unwanted image over 

a l a r g e  area with t h e  image of interest  remaining sharp through- 

o u t  t h e  exposure. I n  laminography t h i s  r e s u l t  i s  achieved by 

synchronously r o t a t i n g  both the f i lm and the  sample during t h e  

exposure, How t h i s  process achieves such a r e s u l t  w i l l  become 

c l e a r  on examination of Tigure 1 The f igu re  shows the  sample 

and i t s  image being produced on t h e  f i L r 1  a t  a s ing le  i n s t a n t  

i n  t i m e ,  O n e  now has a l a t e n t  image on the  f i lm,  A second 

exposure is t o  be made a f t e r  a r o t a t i o n  of 180 degrees, I t  i s  

observed t h a t  t he  new l a t e n t  image does not coincide w i t h  the  

o l d  image except a t  t he  head of t h e  arrow, Only t h i s  point  has  

--..-_____ _l__ll_- 

1; W, Watson, Radiography 5 ,  (1939) iJ 

2, A, Vallebona, Radiography 55,  (1950) II 
3 ,  Takahashi and T.  Matsude , Radiography 74, 61 (1960) 
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produced a re inforced l a t e n t  image., I f  (ne w e r e  t o  expose con- 

t inuously f o r  the  f u l l  360 degree r o t a t l o n  t h i s  reinforcement 

would be much g r e a t e r ,  Thus, w h i l e  the  d e t a i l s  i n  the  layer  of 

in te res t  a re  continuously reinforced i n  t h e  image, d e t a i l s  i n  

o the r  l a y e r s  produce an image smeared over a l a r g e  area i n  t he  

f i lm,  The subject  l a y e r ,  a sharp image of which i s  t o  be re- 

corded, i s  determined by the  geometry of the  arrangement and 

w i l l  be a plane p a r a l l e l  t o  t he  f i lm passing through the  point  

of i n t e r s e c t i o n  of the  a x i s  of ro t a t ion  of t h e  sample and a l i n e  

jo in ing  the  source and the  a x i s  of ro t a t ion  of t he  fi lm, 

A number of ca lcu la t ions  can be made which Indica te  t h e  

r e so lu t ion  t h e o r e t i c a l l y  obtainable and t h e  angle of incidence 

f o r  b e s t  v e r t i c a l  reso lu t ion ,  S i n c e  t he  v e r t i c a l  o r  layer ing  

r e so lu t ion  i s  of prime importance it w i l l  be considered f i r s t .  

With reference t o  Figure 2 ,  po in ts  ou t s lde  the  subject  

plane should d i s t r i b u t e  t h e l r  image throughout as barge an a rea  

a s  poss ib le  t o  achieve good v e r t i c a l  reso lu t ion ,  Thus, a 

shallow angle of incidence i s  desirable .  The arrow h w i l l  ie- 

s u l t  i n  an image of length 4 o n  t he  film a t  one i n s t a n t  i n  t i m e .  

S ince only the  top  of h i s  i n  the subJect p lane .  t h e  lower p a r t  

of h w i l l  r e s u l t  i n  a smeared image of r ad ius  & on the  f i l m  

centered around t h e  image of the top  of h a  I t  1 s  easy t o  show 

t h a t  t o  a very good approximatlon, f o r  small h 

dl + d2 t, = co t  Q A 

“1 
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Thus maximum smearing occurs fo r  m i n i m u m  8 ,  Therefore t h e  max- 

i m u m  l a y e r  reso lu t ion  i s  achieved f o r  m i n i m u m  angle 8 barr ing  

o the r  e f f e c t s .  

The angle 8 may be l i m i t e d  by several  f a c t o r s ,  among the  

most s i g n i f i c a n t  of which are: (a) t h e  lack  of image r e so lu t ion  

r e s u l t i n g  from t h e  sample and film planes not being p a r a l l e l ,  

(b) t h e  increased d is tance  t h e  x-ray beam must t r a v e l  through 

the  sample, and (c) t h e  mechanical problem of supporting and 

r o t a t i n g  the  sample without obstruct ing the  x-ray beam. 

Although f a c t o r  (a)  has a t h e o r e t i c a l  e f f e c t  on the  

angle 8, it i s  not important i n  p r a c t i c e  and i s  more s i g n i f i c a n t  

a s  a l i m i t  on t he  sharpness of the  image formed, S i m i l a r i l y ,  

f a c t o r  (b) would be important f o r  t h i ck  samples and very shallow 

angles s ince the  exposures would be much longer and s c a t t e r i n g  

would l ead  t o  a reduction i n  image qua l i ty ;  however, such 

shallow angles cannot be approached due t o  f a c t o r  dc) which 

l i m i t s  t he  m i n i m u m  angle t o  approximately 20'- This arises 

from t h e  necess i ty  of having an unobstructed view of t he  sample 

and f i lm  from t h e  pos i t ion  of  t he  x-ray source- Since the  

support of t he  sample i s  a r i m ,  driven and supported a t  i t s  per i -  

phery, some m i n i m u m  thickness  1s required f o r  r i g i d i t y -  A t  angles 

less  than 20°, t h e  diameter t o  thickness  r a t i o  becomes very 

l a r g e ,  and maintaining s t a b i l i t y  i n  the  r i m  i s  d i f f i c u l t ,  The 

choice of 20° appears t o  be a good compromise s ince  it allows 

adequate planar  reso lu t ion  t o  be obtained while permitt ing t h e  

system t o  have a s o l i d  mechanical design, 
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O n  t he  question of de t a i l  r e so lu t ion  t h e  following po in t s  

need t o  be considered t o  evaluate t h e  image sharpness o r  resolu-  

t i o n  t h a t  may be achieved: (a )  lack of pa ra l l e l i sm of t h e  sample 

and f i lm p lanes ,  (b) non-zero s ize  of t h e  source,  (c) mis-alignment 

of t h e  x-ray source with respect t o  t h e  plane defined by t h e  

axes of r o t a t i o n  of t h e  sample2 l t h e  f i lm,  and (d) asynchronous 

r o t a t i o n  of t he  sample and f i l m .  

The e f f e c t  of non-parallelism w i l l  be considered f i r s t .  

From t h e  f igu re  t h e  top  of t h e  arrow h forms an image i n  t h e  

f i lm plane,  but i f  t h e  f i lm plane i s  t i l t e d , t h e  top of t he  arrow 

w i l l  generate an image l i n e  of length At, 
where - - 

a being t h e  angle between the  sample and f i l m  p lanes ,  8 t h e  

angle of incidence of t he  x-ray beam on t h e  sample,and dl and 

d2 being t h e  horizontal  displacement of source and sample, and 

sample and f i l m ,  respec t ive ly ,  Assuming t h a t  8 is small so 

t h a t  s i n  8 2 8 ,  

A 4  = 

This shows t h a t  

t h e  expression f o r  At reduces t o  

a dl + d2  

dl 8 - a  0 ( 3 )  

f o r  small values of 8 ,  A& i s  q u i t e  s e n s i t i v e  t o  

a due t o  the  occurence of 8 - a i n  t h e  denominator of t h i s  ex- 

press ion ,  

m u s t  be less than approximately 1 m i n u t e  i f  8 i s  20 degrees, W e  

I n  o rder  t o  keep & less than 0,001 inches, then a 
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consider t h a t  the degree of para l le l i sm implied by a . l l '  i s  

r ead i ly  obtainable  and t h a t  an e r r o r  l e s s  than 0 - 5 '  i s  poss ib le  

with care ,  

Factor (b) above, the non-zero source s i z e ,  proves t o  

have a small e f f e c t  i n  our case, T h e  source s i z e  i s  approximately 

-0015 inch diameter. The image of t h i s  source a s  viewed on t h e  

f i lm plane through a p o i n t  i n  the  sample plane i s  a horizontal  

e l l i p s e  whose major a x i s  has a length,I  given by 
S 

( 4) - - sS d2 
dl + 3 IS s i n  0 

where S s  i s  the  source s i ze .  

(dl + d2) i s  0.20, Is i s  0.0008 inch,  

t o  have a d i f fuse  penumbra whose w i d t h  i s  equal t o  Is-  

Since s i n  22' 0,375 and dz/ 

T h i s  causes each point  

Factor (c)  r e s u l t s  i n  points  on the sample descr ibing a 

hor izonta l  e l l i p t i c a l  path on the f i l m ,  The major ax i s  of t h i s  

el l ipse w i l l  have a length  equal t o  twice the  dis tance of the  

a x i s  of ro t a t ion  of the  f i l m  f rom the  plane formed by the  source 

and tne ax i s  of ro t a t ion  of the  sample- T h i s  makes it c l e a r  t h a t  

hor izonta l  alignment i s  r a the r  c r i t i c a l  and should be no worse 

than about 0,0005 inch-  

F ina l ly ,  f a c t o r  (d) can be readi ly  evaluated by consider- 

ing  t h e  va r i a t ion  i n  diameters of  the ro t a t ing  sample and f i l m  

ho lders ,  I f  one wheel were simply l a r g e r  i n  diameter by the  
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amount Ad, a po in t  a t  t he  d i s t a n c e  r from t h e  a x i s  would l ead  

o r  l a g  i t s  i n i t i a l ,  image point  by the  amount A S  given by 

Ad 9 (5) 
r A S = I T -  
d 

a f t e r  one revolut ion,  

I n  our case < 0.5 and Ad C 0,0005 i n c h ,  so t h a t  AS < ,0008 

inch, I n  any case ,  the r e l a t i v e  speeds of the two wheels may 

be var ied  t o  br ing  them i n t o  synchronous motion except f o r  a 

small phase e f f e c t  due t o  the  wheels  not being pe r fec t ly  c i rcu-  

l a r ,  Considering the worst case, t he  one i n  which each wheel i s  

an e l l i p s e  whose major and minor axes, a and b,have t h e  r a t i o  

a/b = 1,0002, r e s u l t i n g  from the to le rance  of 2 0,005 i n c h  i n  t h e  

diameter of the w h e e l s ,  one observes t h a t  the l eng th  of t he  a r c  

S along the  circumference of the e l l i p s e  i s  given by 

r 

S - a - E  (k,@) , (6) 

w h e r e  E (k, @) i s  t h e  e l l i p t i c  i n t eg ra l  of the second k ind ,  T h e  

l eng th  s y  along the circumference of a c i r c l e  i s  given by 

3' z r $  0 (7) 

T h e  d i f fe rence  As = s-s '  as a function of @ g ives  the  t o t a l  

l i n e a r  displacement e r r o r  as a function of r o t a t i o n ,  Se t t i ng  

d(As)/dpl equal t o  0 and solving f o r  @ one f i n d s  t h a t  angle of 

maximum displacement t o  be T I 8  approximately, 

placement Asmax i s  t h e n  found t o  be 0,0003 i n c h ,  

T h e  maximum dis -  

I t  i s  d i f f i c u l t  t o  say exactly how f a c t o r s  (a )  through (d) 

above w i l l  combine, but  assuming a summing of e r r o r s ,  t he  worst 
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image d e t a i l  reso lu t ion  w i l l  be 0,0025 i r c h ,  a f igu re  which might 

be be t t e red  if a more elaborate  system were constructed i n  which 

each of t he  f a c t o r s  mentioned were limited t o  rninirr?rrr e f f e c t s  

on image qua l i ty ,  

2, ?he Laminoqraph 

a v  I Construction De ta i l s  

The laminograph was constructed around a microfocus x-ray 
* 

machine using a Hilgar  and Watts x-ray tube, This tube has a 

source s i z e  of approximately 1 - 5  m i l  diameter, The low power 

of t h e  high-voltage u n i t  f o r  t h i s  machine severely l i m i t s  t he  

x-ray beam i n t e n s i t y ,  making Long exposures necessary, 

The r o t a t i n g  t a b l e s  f o r  the  sample and f i lm a re  supported 

a t  t h r e e  po in t s  on t h e i r  r i m s  by prec is ion  bear ings i n  contact  

with a 45 degree beve1,machined arLd ground i n t o  the rip, The 

t a b l e s  themselves w e r e  precis ion rrachrned arid ground from low 

d r s t c r t i o n  Vega steel ,  The dr ive rrechanisrr i s  by a ground rubber 

r i K T ,  contact ing the  rims of the t w c  t a b l e s ,  Changing t h e  com- 

press ion  of the rubber rim causes a varlatnon I n  the dr iving 

r a t i o  allowing prec ise  synchronism t o  be achieved- The r a t e  

of revolut ion as set by the  srr.al1 motor was approximately one 

revolu t ion  per  minute- This was Later changed t o  0 - 5  revolut ions 

per  m i n u t e  t o  perrr,it t w i c e  t he  exposure t1rr.e w i t h  no increase  i n  

d i  s t c r t i o n  due t o  asynchronous ro t a t ion  of sample and f l l r i -  

The upper wheel has  a recessed surface t o  accomodate a sample 

_--I _-__ -- 
* Hilgar and Watts Lmd, j. London? England, 
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while, t o  achieve t h e  necessary f l a t n e s s  of t h e  f i lm,  a simple 

vacuum hold-down i s  incorporated i n t o  the lower t a b l e  

The v e r t i c a l  motion required t o  produce an image of a 

given l aye r  i s  achieved by having the  x-ray t u b e  mounted on an 

o p t i c a l  micrometer slide mechanism, P l a t e  I i s  a photograph of 

t he  completed apparatus. 

be  Gpe r a t  io n 

When f irst  evacuated and operated a t  vo l tage ,  considerable 

high vol tage arcing was encountered, T h i s  w a s  t raced  t o  inade- 

quate grounding of the x-ray t u b e  i t se l f  r e s u l t i n g  from the re- 

loca t ion  of the t u b e  from its or ig ina l  pos i t ion  on the  high 

vol tage supply cab ine t ,  t o  the laminograph t a b l e ,  N o  adequate 

means had been provided t o  ground the t u b e  s ince the vacuum 

connection had been deemed adequateu A heavy ground cable be- 

tween  the  tube and power supply cabinet solved the problem, 

During t h e  alignment, a s  ds scussed i n  succeeding para- 

graphs,  a f a i n t  image of the vacuum hold down g r i d  could be 

observed on severa l  negatives,  Inves t iga t ion  showed t h a t  t h i s  

image w a s  apparent only i n  the emulsion i n  contact  with t h e  

f i l m  table,  T h i s  i nd ica t e s  t h a t  it L S  produced by photoelec- 

t r o n s  from the t a b l e ,  b u t  t h a t  these photoelectrons a r e  l a r g e l y  

absorbed i n  passing through the  x-ray film base and do not pro- 

duce an appreciable exposure of the upper emulsion, I n  a l l  sub- 

sequent work only the  upper emulsion of a f i l m  was developed, 

the emulsion i n  contact  w i t h  the t a b l e  being s t r ipped  w i t h  f i x e r ,  
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A much more ser ious  e f f e c t  encountered when both emul- 

s ions  are developed i s  the subs t an t i a l  lowering of image q u a l i t y o  

T h i s  i s  a consequence of the 8 mi1 separat ion between the t w o  

emulsions produciill; d i s t i n c t  inages of s imi l a r ly  separated 

l a y e r s  i n  the sample. When one emulsion only i s  developed, the 

improvement i s q u i t e  evident 

This r e s u l t  i s  not unexpected i n  l i g h t  of the previous 

d iscuss ion  on r e so lu t ion  and layer ing  s e n s i t i v i t y -  From E q .  (1) 

it can be seen t h a t  a l a y e r  separat ion of 8 m i l s  w i l l  r e s u l t  i n  

t w o  readi ly  d is t inguishable  images, I t  i s  not  surpr i s ing  t h a t  

the images formed on the top  and bottom emulsions of a f i l m  of 

t h i s  th ickness  are s u f f i c i e n t l y  d i f f e r e n t  t o  g ive  the appear- 

ance of degraded reso lu t ion ,  Since t o  develop only one emulsion 

is a s o m e w h a t  cumbersome processs s ing le  coated f i l m  i s  obvious- 

by a considerable  advantage- Eastran Kodak can provide such 

f i i r r ,  b u t  none w a s  immediately ava i lab le-  Double coated f i l m  

w a s  used fo r  a l l  the  lmanographs made during t h i s  work, w i t h  

on ly  one emu1 s ion  being developed, 

One add i t iona l  concern has t o  do w i t h  any poss ib le  non- 

uniformity i n  f i l m  thickness which a lso would lead t o  a decrease 

i n  image q u a l i t y -  On examination of typical, f i l m  from Kodak the 

base material w a s  found t o  have a uniform th ickness  within 

0,00005 inch ,  the  emulsion thickness  having an even l o w e r  

tolerance. ,  Any v a r i a t i o n  i n  he ight ,  and consequent r e so lu t ion  

loss, due t o  the f i l m  c e r t a in ly  would be no g r e a t e r  than 0,0001 
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inch ,  a value which i s  much sinaller than o the r  sources of re- 

so lu t ion  loss, 

C" Al iqnment  

The alignment of t he  i n s t r u m e n t  i s  r a t h e r  c r i t i c a l  as 

noted i n  the  previous discussion on reso lu t ion ,  Rotation 

synchronism was achieved by adjust ing the  d i f f e r e n t i a l  compression 

on the t w o  wheels. Measuring the r e l a t i v e  displacment a f t e r  a 

number of revolu t ions  g ives  a measure of the degree of asyn- 

chronism. T h i s  alignment could be made as  p rec i se  a s  0,0003 

inch per  revolu t ion ,  f o r  a short  per iod of time, I t  was ob- 

served t h a t  a very small accumulation of d i r t  on any bearing 

sur face  would destroy t h i s  synchronism r e s u l t i n g  i n  a t e d i u s  

reallgnment, I n  genera l ,  the  synchronism observed w h i l e  most 

of the laminographs w e r e  being made was much worse than the 

above f i g u r e  although it r a r e l y  exceeded 0,001 inch per revolu- 

t i o n ,  

The pa ra l l e l i sm of the two t a b l e s  was r ead i ly  measured 

using a height  gauge so t h a t  the  axes of r o t a t i o n  were made 

p a r a l l e l  t o  w i t h i n  0,0005 i n c h  i n  10  inches o r  approximately 

l u 5  m i n u t e s ,  T h i s  value i s  l a r g e r  than an t i c ipa t ed  and i s  due 

p r i n c i p a l l y  t o  the lack  of f l a t n e s s  of the  t a b l e s  which proved 

t o  be approximately 2 0.0005 i n c h ,  a f i gu re  somewhat l a r g e r  than 

o r i g i n a l l y  spec i f i ed ,  

Horizontal  alignment was obtained by exposing an of f -center  

c ross -ha i r  twice,  the second t i m e  a f t e r  a 180 degree r o t a t i o n ,  

The separat ion of the t w o  images of the  w i r e  p a r a l l e l  t o  the 
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x-ray beam d i rec t ion  i s  twice t h e  hor izonta l  misalignment of t h e  

t w o  t a b l e s  with respect  t o  the x-ray source. T h i s  alignment 

could be made a s  c lose  as 0,0002 inch, 

t h a t  v e r t i c a l  movement of the x-ray source was a source of 

hor izonta l  misalignment, By using a guide t o  hold the  sl ide 

mechanism a t  a f ixed  90 degrees from the ho r i zon ta l ,  t h i s  

e f f e c t  w a s  el iminated, 

I t  was found i n i t i a l l y  

Ver t ica l  c a l i b r a t i o n  of the  x-ray source was e f f ec t ed  

by using the cross-wires t o  f i n d  the  l e v e l  of the shelf  used 

f o r  sample support. I n  agreement w i t h  c a l cu la t ions  it was found 

t h a t  the r a t i o  of change i n  source height  t o  change i n  sample 

height  w a s  4.8 so t h a t  a change of 0-1 inch i n  the source w i l l  

change the image l a y e r  i n  the sample by 0 ,021  inch, 

3 ,  Hiah Resolution Laminouraphy 

After acceptable alignment had been achieved, a number 

of larninographs w e r e  taken of the sample defec t ive  mult i layer  

and s ingle- layer  p r in t ed  wiring boards containing knotrn L c f c - t s ,  

P la te  I1 shows a s ingle- layer  board i n  which a s e r i e s  of c u t s  

have been made i n  one conductor. The smallest  c u t ,  which i s  

0,003 inch ,  i s  c l e a r l y  apparent. P l a t e  I11 shows the  bottom 

l a y e r  of a four-layer board achieved by developing one s ide  of 

a s tandard 5 x 7 Kodak type KK i n d u s t r i a l  x-ray f i l m .  I t  should 

be observed t h a t  n o t  all of the  l a y e r  appears a n  focus, The 

r e so lu t ion  of the technique i s  such t h a t  i f  f o r  any reason, 

such a s  board warpage, a l l  of a l a y e r  i s  not i n  a given plane 
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within about 0,005 inch,  some p a r t s  will be ou t  of focus. This 

necess i t a t e s  t h a t  more than one p i c t u r e  per l a y e r  be made. 

I n  P la te  I1 of the  s i rq le - layer  board, one can c l e a r l y  

see the area of contact  between off-center  through-holes and 

t h e  r i n g  pad. Since the  through-holes i n  th i s  board have 

th inner  wal ls  and have l e s s  material  on the  sur face  they regis-  

t e r  much better than do the  four-layer boards w i t h  thick-walled 

p l a t ed  o r  eyeleted through-holes, 

I t  must  be pointed out  t h a t  d e t a i l  i n  t h e  immediate 

neighborhood of an eyeleted through-hole i s  not good. T h i s  i s  

due p r inc ipa l ly  t o  the  amount of mater ia l  through which the 

x-rays must  pass ,  A t  the energy ( 2 5  keV s i l v e r  K x-ray) , and 

i n t e n s i t y  available,  these eyeleted and p l a t ed  through-holes 

are e s s e n t i a l l y  opaque. U s e  of a somewhat higher  energy and a 

higher beam i n t e n s i t y  should improve this s i t u a t i o n  consider- 

ab ly ,  s ince  it would make the material  appear more t ransparent .  

I n  P l a t e s  IV, V ,  and V I ,  one sees the successive l a y e r s  

of the board with somewhat less con t r a s t  than  t h a t  observed i n  

P la te  11. Deta i l  i n  these p la t e s  i s  q u i t e  good, e s s e n t i a l l y  

equa l  t o  t h a t  observed i n  P l a t e s  I1 and 111, As i n  these 

p l a t e s  a s ing le  exposure i s  inadequate t o  look a t  a complete 

l a y e r  due t o  the lack  of f l a tnes s  of t he  board, 

During the t i m e  these laminographs were made, the  x-ray 

beam i n t e n s i t y  s t e a d i l y  de te r iora ted  requir ing longer and longer 

exposures t o  achieve good cont ras t .  The tube  was opened t o  a i r  

I l l  R E S E A R C H  I N S T I T U T E  

-2L- 



I 

PLATE I V .  LAMINOGRAPH - LAYER THREE O F  THE FOUR-LAYER DEFECT BOARD 

-22- 



PLATE V. LAMINOGRWH - LAYER TWO O F  THE FOUR-LAYER DEFECT BOARD 

-23- 



PLATE V I .  LAMINOGRAPH - LAYER ONE O F  THE FOUR LAYER DEFECT BOARD 

-24- 



and t h e  anode was cleaned, b u t  on reassembly, d i f f i c u l t i e s  w i t h  

the  high voltage supply prevented f u r t h e r  Laminographs from 

being taken before  the  pro jec t  terminated, 

Close examination of these p l a t e s  reveal t h a t  d e t a i l  i s  

l imi t ed  by the  gra in iness  of the fi lm. Or ig ina l ly  it had been 

expected t h a t  a f i n e  gra in  type AA would be used, The low 

i n t e n s i t y  of t he  x-ray beam made t h i s  unfeasible  and Kodak type 

KK was the  only f i l m  t h a t  i t  was p r a c t i c a l  t o  use  if a lamino- 

graph was t o  be made i n  a reasonable t i m e "  Even using t h i s  

f i l m ,  exposure t i m e s  a s  long a s  e i g h t  m i n u t e s  became necessary. 

A higher  i n t e n s i t y  would improve t h i s  s i t u a t i o n  g rea t ly .  

A s i g n i f i c a n t  point  concerning the lack  of i n t e n s i t y  i s  

t h a t  t h e  synchronism of the t ab le  becomes very c r i t i c a l  a s  the 

exposure t i m e  i s  increased t o  5 m i n u t e s  and longer,  P l a t e s  1 1 1 - V I  

were exposed f o r  e i g h t  minutes each and s u f f e r  from reso lu t ion  

loss due t o  asynchronism, which a t  the  time these laminographs 

w e r e  made, amounted t o  1-0 mil/resolution. 

Even i n  view of these l i m i t a t i o n s ,  the resu l t s  a s  seen 

i n  P l a t e s  I I through VI show t h a t  good deta i l  can be observed 

throughout a mul t i layer  board and t h a t  w i t h  minor improvements, 

s u b s t a n t i a l l y  g r e a t e r  d e t a i l  is c e r t a i n l y  poss ib le -  
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B o  Comparison of Experimesal R e s u l t s  W i t h  Theoret ical  
Expect a t  i on s 

Comparison of the  r e s u l t s  shown a n  the  p l a t e s  i nd ica t e  

t h a t  the t h e o r e t i c a l  expectations have been l a r g e l y  borne out  

by experiment, I n  Plate  I1 the observation of t he  f i v e  c u t s  

c l e a r l y  demonstrates t he  detai l  reso lu t ion  which i s  c e r t a i n l y  

no worse than 0,002 inch, This compares very favorably w i t h  

the  expected d e t a i l  reso lu t ion  of 0,0015 inch. 

T h e  layer ing  s e n s i t i v i t y  i s  i l l u s t r a t e d  by P l a t e s  I11 

through V I .  T h e  board l a y e r s  shown i n  these p l a t e s  a r e  separ- 

a ted  by approximately 0,015 inch, T h e  a b i l i t y  of the lamino- 

graph t o  c l e a r l y  separate  adjacent l a y e r s  i s  evident.  Examin- 

a t ion  of  one p l a t e  i nd ica t e s  t h a t  one can even observe the  

s l i g h t  v a r i a t i o n s  from pbaneness of a s ing le  l a y e r ,  Further- 

more, t h e  r e s u l t s  obtained from developing the  top emulsion 

of cne  f i l m  and t h e  bottom of a second showed t h a t  t h i s  0.008 

inch separat ion was s u f f i c i e n t  t o  cause complete mis reg i s t r a t ion  

of the subject  plane,  This i s  evidence t h a t  l a y e r  s e n s i t i v i t y  

i s  no worse than 0,008 inch compared t o  an expected 0,004 inch. 

I t  i s  thus  c l e a r  t h a t  w i t h i n  the  l i m i t a t i o n  of the present  

i n s t r u m e n t  the theo re t i ca l  expectations have been v e r i f i e d .  
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V. MUTUAL COUELLNG PROBE 

A. Probe Operation 

The problem of detect ing a gap o r  poor e l e c t r i c a l  con- 

nection between the  metal cyl inder  of a p la ted  hole  and a pr in ted  

w i r e ,  e spec ia l ly  when p a r t  of t h i s  connection i s  sound, i s  a 

d i f f i c u l t  one, One method which has  shown promise i s  the  method 

of mutual coupling, This method u s e s  the  presence of t he  gap o r  

high r e s i s t ance  a rea  of the  connection t o  develop an output 

s igna l .  The appl ica t ion  of t h i s  technique t o  the  inspect ion 

of a p l a t ed  through-hole connection i s  shown i n  Figure 3 .  Two 

c o i l s ,  wound i n  t he  form of a f igu re  "8", a r e  magnetically 

shielded from each o the r  and formed i n t o  a probe which i s  i n -  

s e r t e d  i n t o  t h e  through-hole. A s igna l  generator i s  coqnected 

t o  one of t he  c o i l s ,  ca l l ed  the  e x c i t a t i o n  c o i l ,  and when t h i s  

c o i l  i s  brought near a gap between the  p la ted  hole  and the  

p r in t ed  wiring, t he  magnetic f i e l d  from the  c o i l  induces a 

c u r r e n t  i n  t he  loop formed by the edge of t he  gap- The magnetic 

f i e l d  from t h i s  cu r ren t ,  which c i r c u l a t e s  around t h e  gap, i n  

t u r n ,  induces a vol tage i n  a second c o i l ,  t he  pickup c o i l ,  

which i s  shielded from the  d i r e c t  f i e l d  of t he  exc i t i ng  

c o i l ,  The pickup c o i l  i s  then connected t o  a tuned vo l tme te r .  

which i n d i c a t e s  t h e  presence of the  induced vol tage-  When 

t h e r e  i s  no gap between the  plated hole and the  pad, t he  

c u r r e n t s  t h a t  a r e  induced i n  t h e  pad c i r c u l a t e  i n  t h e  r q i o n  

of t h e  pad near t h e  exc i t ing  c o i l  and hence induce l i t t l e  v o l t -  

age i n  t h e  pickup c o i l ,  
I l l  R E S E A R C H  I N S T I T U T E  
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B ,  - Resul t s  of Experiments 

Preliminary experiments were made using f l a t  sheets of 

brass and copper which had metal  strips soldered t o  t h e m  w i t h  

varying degrees of completeness t o  simulate de fec t ive  connec- 

t i ons ,  Output vo l tage  r a t i o s  of 25-to-1 w e r e  obtained i n  com- 

par ing s i g n a l s  obtained from bad connections t o  those obtained 

from good connections, A diagram of t h i s  experiment i s  shown 

i n  Figure 4, 

A large mutual coupling probe, Figure 5 was con- 

s t r u c t e d  based on these preliminary r e s u l t s .  The pickup and 

e x c i t a t i o n  c o i l s  w e r e  wound w i t h  f ou r  t u r n s  of w i r e  i n  the form 

of f i g u r e  eights and w e r e  mounted on the circumference of the 

probe, To simulate the p la ted  hole ,  a brass cy l inder  w i t h  an 

i n s i d e  diameter of 0-91 i nches  and an average w a l l  th ickness  of 

0 ,027  inches was used, Defective and non-defective e lectr ical  

connections w e r e  made t o  t h i s  cyl lnder  by wrapping a 0,027 

inch  diameter w i r e  once around the cy l inder  and solder ing it  t o  

t h e  cy l inder  along 180 degrees of circumference. T h i s  l e f t  the 

0,0015 inch  w i r e  i n s u l a t i o n  a s  the  gap i n  the remaining 180 de- 

grees of circumference, Measurements w e r e  made w i t h  the probe 

i n s e r t e d  i n  the cy l inder  using a cu r ren t  of 100 mA a t  a fre- 

quency of 50 kc passed through t h e  e x c i t a t i o n  coil, When t h e  

probe co i l s  w e r e  under the cyl inder  w a l l  alone,  a pickup c o i l  

ou tpkt  vo l tage  of 0,39 microvolts w a s  measured, When the c o i l s  

w e r e  moved under the soldered connection, a pickup c o i l  vo l tage  

I IT  R E S E A R C H  I N S T I T U T E  
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of 0.57 microvolts was obtained, A s  the cyl inder  was ro t a t ed  

so t h a t  t he  c o i l s  moved under t h e  unsoldered gap, the pickup 

c o i l  output vol tage increased t o  15 -6  microvolts,  This gave a 

r a t i o  of gap vol tage t o  soldered connection vol tage of about 

2 7, (Table I )  This served t o  demonstrate t he  s e n s i t i v i t y  

of t h i s  method i n  de tec t ing  geometric devia t ions  i n  the  i n t e r -  

connection, 

I n  order  t o  simulate t h e  type of defect which might occur 

where t h e  interconnection i s  a r i v e t  r a the r  than a p la ted  ho le ,  

an experiment was a l so  made i n  which a bare  copper wire was 

wrapped around a conducting cyl inder ,  By varying the  tension 

on the  w i r e ,  a connection having low r e s i s t a n c e ,  b u t  mechanically 

u n s t a b l e ,  c h a r a c t e r i s t i c s  i s  formed, I t  was found t h a t  t he  

probe could adequately de t ec t  t h i s  type of connection, and t h a t  

t he  output  vol tage r a t i o  decreased as  t h e  tension i n  the w i r e  

was increased, 

To f a c i l i t a t e  measurement of the very s m a l l  vol tages  

obtalned a t  t he  pickup c o i l ,  a step-up (10 t o  1) transformer 

was u s e d  between the  pickup coil. and a radio rece iver ,  This 

r e su l t ed  i n  system. noise l e v e l s  of only about 0-01 microvolt, 

R e s u l t s  from the preliminary experiments performed on t h e  

f l a t  b r a s s  and copper shee ts  i nd ica t e  t h a t  i f  a copper i n s t e a d  

of b r a s s  cy l inder  had been  used to simulate the  p la ted  h o l e ,  

t h e  pickup c o i l  output vol tages  would have been reduced t o  1/2 

o r  1/3 t h e  values  measured, However, t he  vol tage r a t i o  should 

remain unchanged, 
I I T  R E S E A R C H  I N S T I T U T E  
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Since usable output voltages w e r e  Ibt3ined w i t h  the l a r g e  

probe, a smaller probe w a s  b u i l t  a s  a f i rs t  s t e p  i n  miniatur i -  

za t ion-  This probe, which had a diameter of approximately 

0,080 inches ,  was made by mounting t w o  four-turn f igu re  e igh t  

c o i l s  on two p ieces  of sheet i ron (Figure 6 ) e The sheet i r o n  

lamination ( the  exact composition of the sheet i r o n  i s  not 

known) served a s  magnetic shielding between the co i l s  and had 

t o  be b e n t  a t  1 2 0  degrees t o  accomodate the f igu re  e igh t  c o i l s ,  

which w e r e  a l i t t l e  too l a r g e  t o  f i t  i n t o  90 degree L-sections. 

To simulate t h e  p la ted  hole ,  a cyl inder  whose diameter was 

approximately 0,080 inches w a s  constructed by bending a sect ion 

of 0,004 i n c h  th i ck  copper sheet around a rod and then solder- 

i ng  along i t s  edge, T h i s  cyl inder  was then  placed through a 

hole i n  a second f l a t  sect ion of the 0.004 inch thick copper 

and the  cyl inder  was t h e n  scldered a t  one poin t  t o  t h i s  f l a t  

sect ion, leaving a gap between t h e  cyl inder  and the  f l a t  section 

f o r  the rest of t h e  circumference of the cyl inder ,  T h i s  con- 

s t r u c t i o n  simulates a n  extreme case of a defec t ive  intercon- 

nect ion,  A good connection w a s  prepared using a s imi l a r  copper 

cyl inder  b u t  w i t h  the f l a t  copper s t r a p  soldered completely 

t o  the cyl inder  around i t s  circumference, When the exc i t a t ion  

co i l  of t h i s  probe was fed  w i t h  a L O O  , j?A2,  500 kc cur ren t ,  and 

the probe placed i n  these cyl inders ,  the following pickup c o i l  

vo l tages  w e r e  measured: (1) probe co i l s  under  cyl inder  wal l ,  

0.4 microvolts;  (2) probe co i l s  unde r  soldered connection, 0 .78  

microvolts;  and ( 3 )  probe co i l s  u n d e r  gap, 4-6 microvolts.  
I l l  R E S E A R C H  I N S T I T U T E  
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I .  

These values g ive  a gap-to-soldered connection r a t i o  of about 

s ix .  Upon comparing the gap voltage (see T a b l e  I )  of t h i s  

probe, with 1 / 2  t o  1/3 (estimated amount of reduction t h a t  

would have occurred if a copper ins tead  of a b ra s s  cyl inder  

had been used  i n  the 0.85" D probe) of the 0.85'' D probe gap 

vol tage ,  it i s  seen t h a t ,  f o r  a change of a f a c t o r  of t e n  i n  

t he  probe s i z e ,  only a small change i n  the gap vol tage occurs. 

I t  should also be noted t h a t  the  construct ion of the 0.080" D 

probe w a s  not exac t ly  the  same a s  t h a t  of the 0,85"D probe, 

I f  permalloy o r  f e r r i t e  had been used fo r  t he  sh ie ld ing  ma te r i a l ,  

t h e  direct  pickup would have been reduced, y i e ld ing  a better 

vol tage r a t i o .  This direct  pickup might a l so  have been reduced 

i f  a center  s t r a i g h t  piece of shielding ( a s  i n  the 0.85" D probe) 

had been used  and kept pressed a g a i n s t  the side of the cy l inder  

durbng the  operat ion of the smaller probe, Also t h e  back 

t u r n s  of the exc i t a t ion  and pickup c o i l s  were p a r t i a l l y  against  

the  shielding and hence their  e f fec t iveness  was reduced, 

Since r e s u l t s  of the 10-to-1 reduction i n  probe s i z e  

w e r e  encouraging, a f u r t h e r  attempt a t  min ia tur iza t ion  was 

made.. This probe was approximately 0.020 inches i n  diameter, 

with the shielding arrangement, using 50 per  c e n t  nickel- i ron 

a l l o y  laminations,being a scaled down version of t h a t  used on 

the 0-85" D probe (Figures 7 and 8 )4 The exc i t a t ion  

and pickup c o i l s  w e r e  again wound i n  the form of f igu re  e i g h t s  

of 0,001 i n c h  diameter copper w i r e ,  I t  proved t o  be d i f f i c u l t  

t o  wind these c o i l s  i n  t w o  layers  of t w o  w i r e s  each, so t h a t  

I I T  R E S E A R C H  I N S T I T U T E  
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one l a y e r  of four  wires had t o  be used ,  T h i s  r e q u i r e d  

t h a t  t h e  c o i l s  be placed against  t h e  shielding and hence i n -  

l i n e  with each o the r ,  This arrangement increased t h e  d i r e c t  

I 

I pickup from one c o i l  t o  another and a l so  made t h e  back t u r n  o r  

! two of these  c o i l s  somewhat i ne f f ec t ive  as generators  o r  sen- 

s o r s  of magnetic f lux ,  I t  w a s  therefore  expected t h a t  t h e  gap 

vol tage received would be reduced t o  1/3 o r  l / 4  of t he  value 

i 

! 
I expected based on the  measurements made with t h e  l a r g e r  probes, 

A p la t ed  through-hole w a s  again s i m u l a t e d  using a 0.0015 inch 

t h i c k  s t r i p  of copper wrapped around a 0,025 - 0,027 inch diameter 

rod and then soldering the  cylinder along i t s  side. 
t 

A gap of approximately 230' i n  length was formed by t 
solder ing ends of a 0,001 inch diameter w i r e  t o  t h e  cyl inder .  

The w i r e  i n su la t ion  again cons t i t u t ed  t h e  majorl ty  of t h e  gap 

width ( < , O O O l  inch) The excatat ion c o i l  was driven w i t h  100 

m a  of cu r ren t  a t  a frequency of 2 megacycles, T h i s  frequency 

was se l ec t ed  on the  b a s i s  of the sca l ing  f a c t o r ,  and f u r t h e r  

vo l tage  gain w a s  achieved by tuning the transformer between 

t h e  pickup c o i l  and the receiver,  

The miniature (0,020" D) probe experiment was conducted 

i n  a shielded enclosure since s t r ay  signal pickup proved 

troublesome i n  t h e  normal. laboratory atmosphere, This r e s u l t e d  

i n  cy l inder  vo l tages  of about 0.12 microvolt and gap vol tages  

of about 1-0 microvoltu Wire breakage prevented soldered 

connection measurements with t h i s  arrangement. However, it i s  

I I T  R E S E A R C H  I N S T I T U T E  
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expected t h a t  the  soldered ccnnection me l sk remen t s  using the 

0,020" D probe would be about 2 5  per  cent of those obtained 

with the  0,080" D probe" 

Experiments t o  more completely charac te r ize  the  proper- 

t i e s  of the probe family w e r e  conducted with the 0,080" D 

and 0 - 8 5 "  D probes, T h i s  was done f o r  the following reasons: 

1, The 0,020" D probe 1 s  extremely d e l i c a t e  and 

d i f f i c u l t  t o  work w i t h  i n  i t s  present  s t a t e .  

2 ,  The sca l ing  f a c t o r  has been found appl icable  

f o r  frequency change, vol tage r a t i o ,  and gap 

w i  d th  - 
These experiments w i l l  be discussed i n  succeeding sec t ions .  

Table I compares the output c h a r a c t e r i s t i c s  of the three probes 

while Figure 9 i s  a comparison of t he  physical s i z e s  of t he  

probes - 
C ,  Probe Response w i t h  Variat ion i n  Cvl inder  Wall Thickness 

The effect  of cyl inder  wall thickness  was examined using 

b r a s s  cy l inders  of w a l l  thicknesses measuring 0,027, 0,040, 

and 0,067 inches, respec t ive ly ,  

w i r e  w a s  soldered t o  each cyl inder  along 180' of circumference 

a s  previously described t o  achieve representat ion of "good" 

and "bad" connections, 

R 0,027 inch diameter copper 

Output vol tages  versus frequency using 

a constant  e x c i t a t i o n  current  of 100 ma w e r e  measured and a r e  

shown i .n  Figures 1 0 ,  Ib, and 12, 
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The following de f in i t i on  of q u a n t i t i e s  w i l l  apply t o  

succeeding discussions: 

Vc = cyl inder  wall vol tage,  o r  the output of the 

pickup c o i l  when both probe c o i l s  are under a 

port ion of the  cylinder wall t o  which no pr in ted  

wiring connection is made, 

so lder  connection vol tage,  o r  the output of 

the pickup c o i l  when both probe c o i l s  are under  

a port ion of the  cyl inder  wall t o  which a good 

soldered connection i s  made, 

vsc 

V gap vol tage,  o r  the output of the pickup c o i l  
g 

when both probe c o i l s  are under  a por t ion  of t h e  

cy l inder  t o  which a defec t ive  connection i s  made. 

= system noise voltage- ‘sn 
Examination of Figures 1 0  11 , and 1 2  shows t h a t  Vcw, 

the cy l inder  wall voltage, and Vsc ,  t h e  soldered connection 

vol tage,both vary i n  a s imi la r  manner w i t h  frequency- 

vol tage ,  V 

decrease rapidly w i t h  increasing wall thickness ,  The decrease 

with w a l l .  th ickness  LS t o  be expected s ince the near magnetic 

f i e l d  of t he  e x c i t a t i o n  c o i l  decreases a s  E / r  and the f i e l d  of 

the t u r n  formed by the gap reduces a t  l e a s t  by l/r and approaches 

l/r 

i s  the re fo re  poss ib le  t h a t  the gap voltage could decrease a s  

t h e  r ec ip roca l  of the square o r  cube of the wall thickness.  

The  gap 

i s  seen  t o  vary inversely with frequency and t o  
g’  

2 when the d is tance  I S  Large compared t o  the gap w i d t h .  I t  

I l l  R E S E A R C H  I N S T I T U T E  
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T h e  r a t i o ,  R ,  i s  an ind ica t ion  of t r s e  s e n s i t i v i t y  and 

i s  given by: 

(vg - Vsn) (vg - Vsn) 
R =  o r  

(v sc = Vsn) (vcw- 'sn' 

The l a r g e r  of t h e  two q u a n t i t i e s  Vsc o r  Vcw 

. 

i s  taken. 

A s  t he  cy l inder  wall thickness increases ,  t he  r a t i o  

R i s  seen t o  peak a t  lower and lower frequencies. This peak- 

ing i s  due t o  a decrease i n  the q u a n t i t i e s  Vsc and Vcw r a t h e r  

than a peaking of V e This decrease may be due t o  p a r t i a l  

neu t r a l i za t ion  of t he  exc i ta t ion  c o i l  magnetic f i e l d  by t h e  

magnetic f i e l d  from t h e  wall cur ren ts ,  This i s  t h e  p a r t  of 

t h e  e x c i t a t i o n  c o i l  magnetic f i e l d  t h a t  pene t ra tes  t he  shield-  

ing  t o  the  pickup c o i l .  

9 

Figure 10 a l s o  shows a p lo t  of t he  system noise l e v e l  

This noise  l e v e l  is given i n  t e r m s  of the vol tage vol tageu  

a t  t he  output of t h e  pickup co i l  t h a t  would produce t h e  noise  

vol tage  observed, The system n o i s e  l e v e l  f o r  Figures 11 and 

1 2  i s  the  same a s  f o r  Fi.gure 10 except i n  t he  25-35 kc range 

where pickup problems necessi ta ted screen-room measurements. 

Breaks i n  t h e  curves correspond t o  d i f f e r e n t  ranges on t h e  

same rece iver .  
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D, -I_ Probe Respozne f o r  Gaps of Differ_e_n_t ..Anales 

Another problem of concern i n  the u s e  of t he  0 , 0 2 0  inch 

D probe i n  f inding f a u l t y  connections t o  p l a t ed  holes  i s  the  

problem of de tec t ing  gaps which cover small angles,  To obtain 

information on t h e  s m a l l  probe response f o r  d i f f e r e n t  gap 

angles which i s  d i f f i c u l t  t o  determine d i r e c t l y ,  advantage 

can be taken of t he  previously noted f a c t  t h a t  t he  responses 

of t h e  l a r g e s t  probe roughly scale  down t o  those of t he  smallest  

probe, Hence t h e  response of t he  l a r g e s t  probe t o  var ious gap 

angles  should give an indicat ion of t he  response of t he  smallest  

probe- To measure the  response of t he  l a r g e s t  probe t o  d i f f e r -  

e n t  gap angles , the 0-91 inch diameter, 0 ,027  inch wall thick-  

n e s s  b r a s s  cy l inder  was used, One end of a 0,010 inch diameter 

bare  copper w i r e  was soldered t o  t h e  b ra s s  cy l inder  a t  a f ixed  

pos i t i on  while the  o the r  end  w a s  soldered t o  cy l inder  a t  v a r i -  

o u s  angles t o  the  f ixed  end, A sec t ion  of t a p e ,  approximately 

0 - 0 0 6  inches t h i c k ,  was used t o  form t h e  gap between the  b ra s s  

cy l inder  and the  copper w i r e ,  The vol tage r a t i o s  obtained a s  

the  angle of t he  gap, Q ,  was var ied ,  a r e  shown i n  Figure 1 3  

The peak of t he  gap voltage t o  cy l inder  wall vol tage r a t i o  

occurred when the  gap extended from the  f a r  edge of the exci-  

t a t i o n  c o i l  t o  t h e  f a r  edge of the pickup c o i l ,  about 1 1 2  

degrees,  For smaller angles t h i s  r a t i o  drops of f  r ap id ly ,  

being about two f o r  a gap t h a t  extends between the  i n n e r  edges 

of the t w o  c o i l s ,  approximately 42  degrees i n  Figure 13, For 
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angles of gap which extended beyond the  f a r  edges of t he  probe 

c o i l s ,  t he  voltage r a t i o  decreases very near ly  a s  t he  recipro-  

c a l  of the  gap angle. 

Thus, f o r  t he  present design of t h e  smallest  probe, t h e  

m i n i m u m  de tec tab le  gap angles,  f o r  a reasonable vol tage re-  

sponse r a t i o  of about f i v e ,  would be the  angle corresponding 

t o  a gap t h a t  extended 25 per c e n t  of the  way from t h e  i n n e r  

c o i l  edges, i n t o  both probe c o i l s ,  o r  60 degrees i n  Figure 13. 

E ,  Problem Areas i n  Probe Desian 

The mutual coupling probes, a s  designed, depend p a r t l y  

on t h e  cyl inder  wall f o r  d i r ec t  pickup sh ie ld ing-  I t  i s  

the re fo re  t o  be expected t h a t  t h i s  direct  pickup w i l l  increase 

a s  t h e  probes a r e  used i n  cyl inders  whose diameters a re  much 

l a r g e r  than t h a t  of t h e  probe. Also, since the  probe c o i l s  

a r e  r e l a t i v e l y  f a r t h e r  away from t h e  cyl inder  wall i n  l a r g e r  

diameter cy l inders ,  t he  gap voltage pickup decreases. T e s t s ,  

using both t h e  -85" D and t h e  0,080" D probes,  i n d i c a t e  

t h a t  reasonable gap vol tages  and response r a t i o s  can be ob- 

t a i n e d  f o r  cy l inder  diameters 25  per  cent  l a r g e r  than the  

probe diameter. I f ,  a s  can be done with t h e  0,080" D probe, 

t h e  pi,ckup and e x c i t a t i o n  c o i l s  and t h e i r  sh ie ld ing  L-section 

compartments a r e  allowed t o  expand apa r t  from one another,  

a s  t h e  probe i s  placed i n  l a rge r  cy l inders ,  t he  range of 

cy l inde r  diameters over which useful probe performances can be 

obtained may be extended t o  50 per  cent  and more. 
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When the  mutual coupling probes a- e placed w i  t k ;  t h e i r  

coils a t  t he  edge of a cyl inder ,  stronG cu r ren t s  c i r c u l a t e  . 

around t h i s  edge, giving pickup c o i l  ucAages 10 t o  30 t i m e s  

l a r g e r  than the  gap vol tages ,  Thus, with the  present  design 

of t he  mutual coupling probes, f a u l t y  e l e c t r i c a l  connections 

made t o  the  ends of t he  cylinder ( t h e  top and bottom l a y e r s  

of t h e  pr in ted  c i r c u i t  board) could not be detected readi ly .  

However, these connections could probably be e a s i l y  inspected 

v i sua l ly .  The increase  i n  pickup c o i l  vol tage a s  t h e  probe 

c o i l s  approach the  cyl inder  edge occurs a s  soon a s  the  top  o r  

bottom edges of the  pickup and exc i t a t ion  c o i l s  l i n e  up with 

t h e  edge of t he  cylinder,and when both c o i l s  extend above t h e  

edge of the  cy l inder ,  the  pickup c o i l  vol tage increases  g rea t ly .  

Thus, t o  inspect  t h e  pr in ted  wiring connecti.ons one l a y e r  above 

t h e  bottom l a y e r  o r  one l a y e r  below the  top  l aye r ,w i th  t h e  pre- 

s e n t  c o i l  configurat ion,  the  dis tance between t h e  cent,er and 

top o r  bottom edges of a t  l e a s t  one of t he  t w o  probe c o i l s  

m u s t  be l e s s  than t h e  spacing between the  p r in t ed  wiring 

l a y e r s .  This, of course,  l i m i t s  t he  pickup o r  r ad ia t ing  area 

of t h e  probe c o i l s ,  

The direct  pickup between t h e  c o i l s  of t h e  mutual coupling 

probes i n  free space i s  normally, but  not always, g r e a t e r  than 

t h e  gap vol tage produced when the  c o i l s  a r e  an  a cyl inder  

u n d e r  a gap. Thus, i t  i s  normally necessary f o r  m i n i m u m  d i r e c t  

pickup, t o  keep the  magnetic shielding bet.ween t h e  pickup and 

e x c i t a t i o n  c o i l s  pressed against  t he  s ide  of t h e  cyl inder  i n  
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which t h e  probe i s  being operated, This direct  pickup then 

l i m i t s  the  roughfiess of cyl inder  w h i c h  can be inspected t o ,  

perhaps, a 10 o r  1 5  pe r  c e n t  .rdriation i n  diameter, although 

no s p e c i f i c  data i n  t h i s  regdrd has been generated,  

Coils of four  t u r n s  each, wound i n  a f i g u r e  "8" p a t t e r n  

a r e  t h e  e x c i t a t i o n  and pickup c o i l  on the mutual coupling 

probes which w e r e  constructed and tested during t h i s  program. 

This  c o i l  design w a s  used pr imari ly  because of ease of con- 

s t r u c t i o n ,  For equivalent  ampere-turns, a simpler cons t ruc t ion  

of the exc i ta taon  c o i l  could be achieved by using a one t u r n  

f i g u r e  "8" c o i l  of l a r g e r  w i r e  and passing four  t i m e s  the 

cu r ren t  through t h i s  co i l .  I n  the case of the 0,020" D probe, 

t h i s  co i l  could be made of one t u r n  of 0 ,002  inch  diameter 

w i r e  through which a 400 m a  cur ren t  i s  passed, I f  needed, t h i s  

w i r e  could probably carry a current  of 600 - 800 m a  without 

over hea t lng  thus  g iv ing  added s igna l  s t rength ,  Since the 

pickup c o i l  i s  not subjected t o  high cu r ren t s  o r  vo l tages ,  

f u r t h e r  increases i n  s igna l  s t rength  could be obtained by 

using th inner  w l r e  with more turns ,  For t h e  0,020" D probe, 

0,0005 inchdiameter  ( s i z e  56) w i r e  could be used w i t h  20 t o  30 

t u r n s  w h i l e  c o n t i n u n g  t o  maintain a l o w  output  impedance, 

T h i s  c o i l  could be wound on some soluble  c o i l  form, such as 

w a x ,  and then t h e  form dissolved and the c o i l  glued o r  f ixed  

i n  p l a c e  with epoxy, A second poss ib le  way i n  w h i c h  a large 

number of t u r n s  can be achieved i s  through the use of p r in t ed  

wir ing-  P r in t ed  wiring 0.0001 inches w i d e  could be plated i n  
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t he  form of two attached square s p i r a l s  on A sec t ion  of mica 

o r  some o the r  s u i t a b l e  substrate ,  T w e n t i  t o  f o r t y  o r  more t u r n s  

could be achieved by t h i s  method, p a r t i c u l a r l y  i f  more than one 

l a y e r  of pr in ted  wiring i s  used, By these  techniques it should 

be poss ib le  t o  increase  the  s i g n a l  s t rength  from the  pickup 

c o i l  by an order  t o  an order and one ha l f  of magnitude- The 

probe could be ruggedized by encapsulating it i n  epoxy, suspend- 

ing  it  from a w i r e  spring and also using a w i r e  spring t o  p re s s  

t he  probe aga ins t  the s ide  of the cy l inder ,  

There a re  o the r  mutual coupling probe configurat ions 

which could prove u s e f u l ,  Instead of c o i l s  i n  t he  shape of a 

f i g u r e  "8", u s e  s ing le  c o i l s ;  one  i n  t h e  pos i t i on  of t he  top 

c o i l  of t he  e x c i t a t i o n  f igu re  eight  c o i l ,  and one i n  t he  posi-  

t i o n  of t he  lower c o i l  of t he  packup f igu re  e i g h t  c o i l  of t he  

present  design, These could be used  as  e x c i t a t i o n  and pickup 

c o i l s ,  This c o i l  arrangement would allow the  probe t o  be used 

almost t o  the  edge of the  plated hole  cyl inder  on c i r c u i t  boards 

where t h e  d is tance  between the pr inted wiring l a y e r s  was q u i t e  

small ,  A s  noted previously,  mutual coupling probes might be 

made t o  operate  i n  p la ted  holes  of wldely varying diameters 

by f i t t i n g  t h e  packup and exc i t a t ion  c o i l s  i n  scheduled com- 

partments which sprang out and r u b  against  the  sides of t he  

p l a t ed  ho leY Several  sets of pickup and e x c i t a t i o n  c o l l s  could 

be mounted on t h e  same probe a t  the  same l e v e l  so t h a t  more of 

t h e  a r e a  of t h e  cy l inder  could be inspected with one probe 

i n s e r t i o n ,  
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I t  m i g h t  be possible  t o  increase t:&e cy l inder  wall thick-  

n e s s  through which the mutual. coupling p obes can funct ion,  

and/or decrease the  m i n i m u m  de tec tab le  gap angle ,  by the  use  

of neu t r a l i za t ion  c o i l s ,  T o  accomplish t h i  s g  two neut ra l iz ing  

c o i l s  a r e  placed on the probe i n  such a pos i t i on  t h a t  they 

pick up the d i r e c t  coupling signal, b u t  i n t e r c e p t  only a s m a l l  

amount of the mutual coupling sagnal- The vol tage induced i n  

these c o i l s  i s  then  subtracted from the vol tage induced i n  t he  

main pickup c o i l  t o  produce a voltage which i s  more nearly i n -  

dependent of t he  d i r e c t  pickup s igna l ,  The neu t r a l i z ing  vol tage 

i s  taken from the neut ra l iz ing  coils r a the r  t h a n  d i r e c t l y  from 

the s igna l  generator  because the vol tage induced i n  t he  neut ra l -  

i z i n g  coils depends, a s  does the d i r e c t  pickup from the main 

coil, on the type of metal ,  the  th ickness ,  and the physlcal 

condi t ion of the  p l a t ed  hole,  
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VI. SUMMARY AND RECOMMENDATIONS 

A. I; a m i  noqr aphy 

I n  the  course of t h i s  pro jec t  a theory f o r  t h i s  applica- 

t i o n  of laminography has been developed and the  theory has been 

v e r i f i e d  experimentally through t h e  construct ion of a labora- 

t o ry  model laminograph, 

r e so lu t ion  larninographs of a mock-up mult i layer  p r in t ed  wiril?g 

board which demonstrated the  ult imate p r a c t i c a l i t y  of the  tech- 

nique a s  a nondestructive t e s t i n g  method. 

The lab  model was used t o  make high 

There a r e ,  however, a number of l i m i t a t i o n s  which would 

t e n d  t o  r e s t r i c t  t he  present laminograph t o  t h a t  of a special ized 

labora tory  ins t rumen t ,  The most se r ious  of these  drawbacks i s  

the  u s e  of x-ray f i lm t o  make individual exposures of each l a y e r  

of a sample- This involves a s e r i e s  of exploratory exposures 

t o  f i n d  t he  l aye r  of a n t e r e s t ,  I n  t he  case of t he  four- layer  

board some t h i r t y  exposures were made t o  achieve a complete 

laminographic sect ioning of the board, Such a technique i s  much 

too  cumbersome t o  be used on a r o u t i n e  i n d u s t r i a l  b a s i s ,  A 

continuous scanning method would be extremely worthwhile, Other 

drawbacks of the  present  device a r e  t h e  lack of i n t e n s i t y ,  too 

low an x-ray energy, and the  d i f f i c u l t y  of maintaining synchron- 

i s m ,  The following paragraphs contain suggestions designed t o  

overcome the  above l i m i t a t i o n s -  

To achieve continuous scanning i t  i s  suggested t h a t  a 

f luo rescen t  screen be used  i n  place of the  x-ray fi lm. This 

screen would be of r e l a t i v e l y  long pers i s tence  and high 
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reso lu t ion ,  The image formed, which i s  a dupl ica te  of the  one 

observed on f i lm ,  could be observed v i s u a l l y  i f  i t  d id  not 

r o t a t e  a t  the  same r a t e  a s  the  sample, The u s e  of a prism 

which r o t a t e s  a t  one-half t h e  r a t e  of the  sample but  i n  t h e  

opposite d i r e c t i o n ,  allows one t o  observe an apparently s t a t i o n -  

ary image, Synchronism between t h i s  prism and t h e  sample need 

not be prec ise  s ince  some ro t a t ion  of t he  image can be to l e ra t ed ,  

A s  an adjunct to the  above method of achieving continuous 

scanning, a closed c i r c u i t  t e l ev i s ion  system i s  very a t t r a c t i v e .  

This would allow the  operator and inspector  t o  be remotely 

loca ted  from t h e  x-ray source, The t e l e v i s i o n  camera could 

have a zoom-type magnifying l ens  f o r  d e t a i l e d  inspect ion of a 

small region of a sample, which would remove t h e  l i m i t a t i o n  on 

r e so lu t ion  imposed by the  l i n e  resolut ion of t he  usual t e l e v i s i o n  

monitor, 

C r i t i c a l  t o  the  above system would be a much higher speed 

of r o t a t i c n ,  probably of the  order of 0 - 5  t o  1 revolut ion per  

second, s ince  the  longest  pers is tence f luorescent  screen of 

appropriate  reso lu t ion  has a pers i s tence  of about one second, 

Maintaining the  requxred degree o f  synchroni s m ,  planeness, and 

a x i a l  pa ra l l e l i sm would be d i f f i c u l t  but by no means impossible 

t o  achieve- Matched gears probably w i l l  provide t h e  necessary 

p o s i t i v e  dr ive  t o  achieve the  required degree of synchronism a t  

t hese  rates of r o t a t i o n ,  
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An a l t e r n a t e  system which has  some p o s s i b i l i t i e s ,  i n -  

volves the  u s e  of an image re ta in ing  panel 4 ' 5  i n  place of t h e  

I x-ray f i l m .  These panels a r e  capab le  of producing an e s s e n t i a l l y  

permanent image which may be destroyed at: w i l l  by removing a 

b i a s  voltage,  This device allows one t o  employ a much slower 

r a t e  of r o t a t i o n ,  thus by-passing some of t h e  problems inherent  

I 

~ 

I i n  t h e  high speed ro t a t ion  suggested above, Also lower i n t e n -  

s i t ies  of x-rays may be used, reducing the  r ad ia t ion  hazard. 

Since t h e  image i s  e s s e n t i a l l y  permanent t h e  r o t a t i o n  may be 

stopped f o r  scanning, thus eliminating the  need f o r  the  o p t i c a l  

system and i t s  l o s s  of i n t e n s i t y ,  The i n t e n s i t y  ava i lab le  from 

t h e  panel i s  high enough t o  allow d i r e c t  scanning of the  image 

, with a t e l e v i s i o n  camera- There remains one f u r t h e r  p o t e n t i a l  

advantage t o  t h i s  method which i s  t h e  p o s s i b i l i t y  of making an 

immediate permanent record of the image of one l a y e r  of a sample 

I simply by exposing a photographic f i l m  t o  t h e  image on t h e  panel. 

An Important drawback t o  t h i s  s y s t e m  i s  i t s  i n a b i l i t y  t o  perform 

continuous v e r t i c a l  scanning, the  v e r t i c a l  scanning being i n  

d i s c r e t e  s t eps  requi r ing  perhaps PO t o  20 seconds per s tep ,  

This could very w e l l  make the  inspection of a sample much too 

long an operat ion,  

I n  both the methods suggested the  u s e  of a higher x-ray 

energy has  been assumed, I t  would, i n  f a c t ,  be highly des i r ab le  

I l l  R E S E A R C H  I N S T I T U T E  

-56- 



c 

if the  x-ray energy could be varied so t k a t  samples of a va r i e ty  

of ma te r i a l s  and thicknesses  could be e f f e c t i v e l y  laminographed, 

a r e s u l t  which would immeasurably broaden t h e  usefulness  of t h e  

technique 

A device b u i l t  along the  l i n e s  suggested above would make 

laminography an eminently p r a c t i c a l  method f o r  nondestructive 

t e s t i n g  general ly  and the  t e s t i n g  of mul t i layer  pr in ted  w i r l . 1 , ~  

boards s p e c i f i c a l l y ,  

B,  Mutual Couplinu Probe 

The p r inc ip l e  of using mutuaA coupling t o  de tez t  d e f i -  

c i e n c i e s  i n  interconnect ions of multz  l a y e r  p r in t ed  wiring boards 

has been shown t o  be f eas ib l e ,  D i f f i c u l t i e s  experienced i n  work- 

ing  with subminiature geometries have l i m i t e d  the  complete char- 

a c t e r i z a t i o n  of t h i s  concept, but technology underlying probe 

construct ion i s  w e l l  within t h e  present s ta te -of - the-ar t  and 

development of a completely p rac t i ca l  arrangement should be 

poss ib le  with the  recommendations which have been madeu This 

means of examining each through-hole i n  d e t a i l  should complement 

t h e  laminography techniquel 

1 
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APPENDIX I 

FEASIBILITY STUDY - ALTERNATE SOLUTIONS 

I, Techniques Involvinu Heat, Cons t r i c t ions  i n  t he  p r in t ed  

wiring of a c i r c u i t  may be found by passing cur ren t  through t h i s  

wiring and de tec t ing  the  temperature g rad ien t s  t h a t  occur a t  

these  cons t r i z t ions ,  

attempting t o  sense these cons t r i c t ion  "hot spots: I '  

The following methods w e r e  considered i n  

A, Thermouraphic Powder-. Under u l t r a v i o l e t  l i g h t ,  

t he  fluoresence of t h i s  powder decreases with i n -  

creasing temperature, A board t o  which t h i s  mater ia l  

has  been appl ied w i l l  show hot  spots  i n  t h e  wiring as 

darkened areas ,  This method should then detect surface 

hot spots  whether caused by surface de fec t s  o r  by hea t  

reaching t h e  surface from defects within the  mul t i layer  

s t r u c t u r e ,  (See Sketch I-A)  

This method was examined experimentally and was 

found t o  be useful  i n  de tec t ing  surface defects, How- 

eve r ,  de fec t s  o the r  than those on the  surface tended 

t o  be obscured and s e n s i t i v i t y  i s  l o s t  rap id ly  a s  t he  

number of l a y e r s  increases ,  

B ,  _ _ - ~  In f r a red ,  In f r a red  rad ia t ion  from a reas  heated by 

c i r c u i t  hot  spots  on the surface o r  lower l a y e r s  of c i r -  

c u i t  boards may be detected by the  use  of i n f r a r e d  cameras 

o r  microscopes, 
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T h i s  method would involve comparison of tes t  

boards with a reference "good" board, Experience has 

indicated a g r e a t  degree of r e l i ance  on operator  judge- 

ment i s  needed, I n  addi t ion,  non-surface l a y e r s  tend t o  

be obscured, 

C -  M i l l i m e t e r  Waves, I n  addi t ion t o  giving off  i n f r a -  

red ,  hot  spots  a l so  give o f f  electromagnetic rad ia t ion  

i n  the m i l l i m e t e r  range, T h i s  r ad ia t ion  should e a s i l y  

pene t ra te  t he  in su la t ing  mater ia l  of a c i r c u i t  board 

and t h u s  allow inspection of p r in t ec  wiring which i s  

-LLy A 1 1 3 ~ ~ ~  L I E  board, (See Sketch I - C j  ap4- 4 - - <  2- L'I-- 

T h i s  method has decreasing u t i l i t y  a s  the number 

of l a y e r s  i s  increased from the standpoint of both 

s e n s i t i v i t y  and resolut ion,  

D,  Thermocouplgs, Hot spots i n s i d e  of plated-through 

o r  rivcced holes and on t h e  surfaces  of c i r c u i t  boards 

might be most e a s i l y  located by the simple method of 

using a thermocouple, However, a thermocouple has the 

disadvantage of d i s t u r b i n g  the thermal balance of the 

system being measured, and complexities i n  adapting 

t h i s  t o  100 per  cent  inspection would be very g r e a t -  

(See Sketch I-D) 
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11. - Eddv Cur renLs -  Passing an A,C, current  through a c o i l  

placed i n  a plated-through o r  eyeleted hole i n  a c i r c u i t  

board w i l l  cause eddy cu r ren t s  t o  flow i n  t he  m e t a l  of t he  s ides  

of t h e  hole,  

a f f e c t  the  e lec t r ica l ,  p roper t ies  of t he  c o i l ,  

frequency of t he  a .c ,  current. w i l l  change t h e  depth of pene- 

t r a t i o n  of t he  eddy cur ren ts  and,hence,the depth of m e t a l  

a f f e c t s  c o i l  ' s  e l e c t r i c a l  p roper t ies ,  

The f i e l d s  of these eddy cu r ren t s  w i l 1 , i n  t u r n ,  

Varying the  

A, - Impedance Maqnitude, A c o i l ,  which i s  p a r t  of a 

resonant tank c i r c u i t ,  i s  i n s e r t e d  i n t o  the  p l a t ed  hole. 

I I I I c l ~  CIIC c o i l  encounters an imperfection, such a s  a 

ho le ,  i n  t he  plated-  through s t r u c t u r e ,  t h e  impedance 

r e f l e c t e d  i n t o  the  c o i l  changes and t h e  c i r c u i t  goes 

o f f  resonance with a corresponding l a r g e  change i n  t h e  

tank c ' i r cu i t  voltage,  (Sketch 11-A)  

B ,  Different i .a l  Method, Two c o i l s  connected as t w o  

branches of a Wheatstone bridge a re  i n s e r t e d  i n t o  t h e  

plated-hole s t r u c t u r e -  When one of these c o i l s  encounters 

an imperfection, i t s  impedance changes and a d i f fe ren-  

t i a l  output vol tage appears, (Sketch 11-B) 

C ,  Mutual-Cguplinqu Two c o i l s ,  an exci . t ing c o i l  and a 

pickup c o i l ,  a r e  i n s e r t e d  i n t o  the  p l a t ed  ho leY When the  

exc i t i ng  coi.1 passes over a hole  i n  t he  p l a t i n g ,  t h e  eddy 

cu r ren t s  which normally f l o w  under the  excit i .ng c o i l  a r e  

d ive r t ed  around the  hole and i n  so doing flow under the  

pickup coil, 

T ~ 7 l - n -  LL- 

Magnetic f lux  from these  eddy c u r r e n t s  then 
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l i n k s  the pickup c o i l  and induces a vol tage  i n  t h i s  

c o i l  which i s  read on a n  output vol tmeter  connected t o  

t h e  c o i l ,  (Sketch I I - C )  

T h i s  method showed good i n i t i a l  experimental feas- 

i b i l i t y  and w a s  the subject of  more d e t a i l e d  experimental 

i nves t iga t ion  as described i n  the body of t h i s  repor t ,  

111. Intermodulation, Currents of t w o  d i f f e r e n t  f requencies  

are passed through p r in t ed  wiring w h i c h  conta ins  an e lectr ical  

non l inea r i ty -  Currents  a t  intermodulation frequencies  are then 

produced, Since the frequencies of the intermodulation pro- 

duc t s  can be appreciably d i f f e r e n t  from those of the  t w o  funda- 

mental f requencies ,  the intermodulation c u r r e n t s  can  be e a s i l y  

f i l t e r e d  o u t  and detected, Thus,even s m a l l  non - l inea r i t i e s  

are easi ly  detected by t h i s  method, (Sketch 111) 

Oxide f i l m s  are one source of non-l inear i ty-  These oxide 

f i l m s  could occur ,  f o r  example? i n  ha i r - l ine  cracks i n  p l a t e d  

wiring o r  between p r in t ed  w i s i n g  and a p l a t e d  through-hole- 

Preliminary measurements w e r e  made on double sided 

boards having de fec t ive  interconnections,  These interconnec- 

t i o n s  had r e s i s t a n c e s  ranging from 25 ohms t o  1000 ohms. The 

defect w a s  introduced i n t o  a board by reducing the cross-sect ion 

of t he  e lec t r ica l  conductor a t  the po in t  w h e r e  i t  j o i n s  the pad 

surrounding the through-hole, T h i s  junc t ion  w a s  t h e n  w i r e d  i n  

series w i t h  several  other junct ions known t o  be defec t - f ree-  

Attempts t o  d e t e c t  the defect using an intermodulation technique 
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w e r e  successful ,  The nonlinear junct ion l c c a t o r  c o n s i s t s  of 

t h ree  tuned c o i l s  i n s i d e  a la rge  shielded enclosure. The f i r s t  

c o i l  i s  connected t o  a t ransmi t te r  operating a t  a frequency of 

2,025 MHz,with an output of twenty watts,  The second c o i l  i s  

connected t o  a similar transrritter tuned t o  4,530 MHz a t  an 

output power of 20 watts,  The t h i r d  c o i l  i s  tuned t o  a t h i r d  

order  intermodulation product whose frequency i s  2 (4,530) -2.025 

7,035 MHz, This t h i r d  c o i l  i s  connected t o  a monitor t o  deter- 

mine  t h e  r e l a t i v e  s t rength  of the t h i r d  order  intermodulation 

product i n  t he  shi leded enclosure. When boards containing 

de fec t s  w e r e  introduced, the intermodulation l e v e l  increased 

by a f a c t o r  of 30-60, Boards containing no de fec t s  produced 

no change i n  t he  intermodulation l e v e l ,  The p o s s i b i l i t y  

e x i s t s  t h a t  these  changes w e r e  due t o  oxide formation i n  t he  

a rea  of reduced cross-section and not t o  the  d i f fe rence  i n  t h e  

geometry of t he  cross-section i t s e l f  .I However, de tec t ion  of 

both types  of de fec t s  i s  desired,  so t h i s  would not necessar i ly  

be a l i m i t a t i o n ,  D i f f i c u l t i e s  were experienced i n  reproducibil-  

i t y  of tes t  r e s u l t s ,  and the  a b i l i t y  t o  pinpoint a defec t ive  

connection ( a s  compared t o  a bad board) i s  se r ious ly  questioned. 

IV, E - F i e l d  Sensors, Fau l t s  i n  p r in ted  wiring and p la ted  

through-holes may be found by the i r r e g u l a r i t i e s  they cause i n  

t h e  equipoten t ia l  surfaces  of the c u r r e n t s  flowing through the  

wiring, 1 
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I 

-- Sketch ----__ IV-A, Two iden t i ca l  high impedance probes, 

which sense po ten t i a l  d i f fe rences  between equipoten t ia l  

surfaces  ( t h e  probes can be thought of as being capaci- 

t i v e l y  coupled t o  the  w i r e )  a r e  connected i n  a d i f f e r -  

e n t i a l  c i r c u i t ,  When one probe encounters a s t ronger  

E f i e l d  ( a  region where the equipoten t ia l  sur faces  a r e  

crowded together)  than t h e  o t h e r ,  a s  would be caused 

by a higher  than average res i s tance  i n  t h e  p r in t ed  w i r -  

i n g ,  an unbalance occurs and a voltage output  r e s u l t s ,  

Sketch IV-B. The outputs  of two high impedance capaci- 

tance probes a r e  compared d i f f e r e n t i a l l y ,  One i s  i n -  

s e r t ed  i n  a p l a t ed  through-hole which i s  known t o  be 

good and one i s  in se r t ed  i n  t h e  p la ted  hole  being t e s t e d ,  

An output ,  above some predetermined l e v e l ,  from t h e  

d i f f e r e n t i a l  c i r c u i t  i nd ica t e s  a flaw i n  t he  p la ted  hole  

under t es t ,  

--_ Sketch IV-C,  A capacitance probe compares, again i n  a 

d i f f e r e n t i a l  c i r c u i t ,  the capacitance from one side of 

t h e  probe t o  the  p la ted  hole t o  a s imi l a r  capacitance 

from the  o the r  s ide  of the  probe t o  t h e  p l a t ed  holeY 

I f ,  a s  t h e  probe i s  ro ta ted ,  one s ide  of the probe 

c rosses  a f a u l t  i n  the  p l a t i n g ,  t h e  capacitance between 

t h i s  side of the  probe and t h e  p la ted  hole  changes, an 

unbalance occurs ,  and a voltage appears a t  t h e  output of 

t h e  d i f f e r e n t i a l  c i r c u i t ,  
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Theoret ical ly ,  these  techniques appear workable, 

However, f u r t h e r  Consideration ind ica ted  a l a r g e  number 

of p r a c t i c a l  d i f f i c u l t i e s  which would ser ious ly  l i m i t  

t he  usefulness of these methods, Among these  was t h e  

inherent geometry l imi ta t ion  of capacitance probes, 

V, Maqnetic F i e l d  Sensinq, I t  may be poss ib le  t o  f ind  

f a u l t s  i n  p r in t ed  wiring by t h e  anomalies they cause i n  t h e  mag- 

n e t i c  f i e l d  around t h e  w i r e ,  These anomalies r a y  be detected,  

f o r  example, by placing magnetic recording tape on a pr in ted  

w i r e ,  passing a high cur ren t  pulse through t h e  wire,and then 

playing back the  tape while l i s t e n i n g  f o r  any unusual sound, 

(Sketch VI 

This  technique a l so  requires  a reference standard and 

would probably be pr imari ly  l imited t o  surface de fec t s -  

V I  - Borescope, A mirror used i n  per1 scope fashion rrmy make 

it  poss ib le  t o  v i s u a l l y  inspect the  i n s i d e  of t h e  p la ted  hole ,  

I r r e g u l a r  areas  i n s i d e  t he  plated h r l e s  rray a l s o  be found by 

using f i b e r  o p t i c  bundles t o  e c n d u c t  t h e  l i g h t  r e f l ec t ed  from 

i n s i d e  of t h e  hole  t o  a photo-cell,  (Sketch VI\ 

The borescope appreach was r e j ec t ed  a s  t c o  cumbersome 

and complex f o r  t h e  geometry under considerat ion,  l i e L . ?  holes  

.” 0,020 inch i n  diarceter, P-? 
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VI1 Radioqraphy 

A ,  Neutron, I n i t i a l  ca lcu la t ions  ind ica ted  t h a t  f o r  

s i l v e r  conductors t he  cross-section f o r  epi-thermal 

neutrons (4-5 eV)  was la rge  enough t h a t  good con t r a s t  

might be obtainable-  U s i n g  gold f o i l s  of 0 ,003 inch 

thickness  it was found t h a t  radiographs of s i l ve r -p l a t ed  

thru-holes could be obtained, b u t  t h a t  reso lu t ion  and 

con t r a s t  w e r e  not of s u f f i c i e n t  q u a l i t y  t o  continue t h i s  

l i n e  of inquiry fu r the r  i n  view of t he  s i g n i f i c a n t l y  

b e t t e r  r e s u l t s  obtained using x-rays, 

B ,  Autoradioqra&= Autoradiography seems t o  hold 

some promise a s  a useful technique- I f  t he  hole-p la t ing  

mater ia l  can be doped w i t h  an ac t ive  i so tope  o r  i f ,  a s  

a n  t he  case of s i l v e r  o r  go ld ,  i t  can be e a s i l y  ac t iva t ed ,  

an x-ray f i lm inserted i n t o  t he  hole could produce an 

image which f a i t h f u l l y  reproduces the character1 s t i c s  

of the p l a t ed  mater ia l .  

C -- Electron Microscopy, Scanning e l ec t ron  microscopy 

can  have a degree of u t i l i t y ,  e spec ia l ly  f o r  an accurate  

descr ip t ion  of the  s u r f  ace c h a r a c t e r i s t i c s  of ind iv idua l ly  

se lec ted  through-holes, 

r e l a t i v e l y  accurate  determinations of t he  a b i l i t y  of t h e  

var ious radiographic techniques t o  d i  s t i ngu i  sh small 

d e f e c t s  i n  the  through-hole p l a t i n g  mater ia l  

T h i s  would allow one t o  make 
I 
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D, X-Ray-  Radiographs using the rnscrofocus x-ray t u b e  

were made which show good con t r a s t  between the copper 

s t r i p s  and glass-ego- base mater ia l  on the  t h i c k e s t  

ava i lab le  mul t i layer  boards, Resolution s t u d i e s  showed 

t h a t  d e t a i l s  w i t h  d imens ions  somewhat less than 1 m i l  

could be r ead i ly  discerned, Addit ional ly ,  the s i l v e r  

i n  s i lver -p la ted  through-holes could be readi ly  d i s t i n -  

guished from copper and i n  one case ,  a f a u l t y  p l a t i n g  

was apparent, These r e s u l t s  w e r e  obtained using the K 

x-rays from s i l v e r  which a r e  only poorly at tenuated by 

s i l v e r  i t s e l f ,  Much higher con t r a s t s  could be obtained 

from antimony, I f  gold were the hole-plating ma te r i a l ,  

a much higher  con t r a s t  would be achieved using s i l v e r  

x-rays, 

An important r e s u l t  of these inves t iga t ions  was the 

f inding t h a t  a technique ca l led  laminography should be 

eminently appl icable-  This technique r e s u l t s  i n  the 

radiography of cross-sectional a reas  of any solid ob jec t ,  

I n  e f f e c t ,  a t  would allow the inspect ion of each l aye r  of 

p r in t ed  wiring board f o r  a c lose  examination of the 

i n t e g r i t y  of the through-holes, The  method involves an 

arrangement of f i lm and t e s t  board on r o t a t i n g  t ab le s .  

T h e  board and f i l m  a r e  ro t a t ed  a t  the same r a t e  through 

360Q, Only those poin ts  i n  a very narrow s l i c e  produce 

reinforced images on the  f i l m ,  a l l  o the r  po in t s  being 
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averaged throughout t he  f i l m  a rea"  For i n i t i a l l y  t h i n  

samples such as pr in ted  c i r c u i t  boards, t h i s  averaging 

w i l l  r e s u l t  i n  only a small  reduction i n  cont ras t .  

Laminography appeared t o  of f e r  a number of advantages 

such a s  t h e  a b i l i t y  t o  inspect  one l a y e r  a t  a t i m e ,  

r a t h e r  than one ho le ,  and i t s  ready adaption t o  mass 

t e s t i n g ,  Consequently, i t  was the  p r inc ipa l  subject  of 

f u r t h e r  i nves t iga t ion  a s  described i n  t h e  body of t h i s  

repor t  

VI11 _I Combination Acoustical. Exci ta t ion - R e s i  s tance Measurement 
Method, 

Two p o s s i b i l i t i e s  for the  de tec t ion  of very small cracks 

i n  t h e  through-joints  i n  mult i layer  wiring boards were con- 

si dered, using acoustical. methods - 

of an acousti.c wave caused by t h e  de fec t ,  

For any appreciable change t o  occur, the  wavelength of t he  

sound would need t o  be of t h e  same order  as t h e  dimensions of 

t h e  defec t .  The de fec t s  t h a t  are of i n t e r e s t  i n  t h i s  case a r e  

probably very much smaller than say 1/1000"--the frequency of 

sound waves i n  copper having t h l s  wavelength i s  160 MHz- B e -  

cause Posses due t o  s c a t t e r i n g  a r e  so g r e a t  a t  high frequencies ,  

t h i s  method was not pursued fu r the r ,  

2, Changes i n  e l e c t r i c a l  r e s i s t ance  i n  t h e  presence 

of a sound f i e l d ,  
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An experiment t o  inves t iga t e  t h i s  p o s s i b i l i t y  involved v ib ra t ing  

the  board a t  c e r t a i n  frequencies i n  such a way t h a t  the  ve loc i ty  

amplitude would be known'at every poin t  on t h e  board and pre- 

fe rab ly  would be maximized a t  the j o i n t  under t e s t ,  The pr in ted  

wiring board was at tached t o  the  t i p  of a 1 4  Kc/s magnetostrictive 

horn d r ive r  a s  

The horn 

shown i n  t he  sketch. 
I- --- d i rec t ion  of v ibra t ion  

n 
1 1  r clampinq b o l t  

/--- , board 
- 010" enamelled 
copper w i r e  l e ads  

W 

was driven so t h a t  t he  amplitude a t  the  end ( a s  

measured with a capacitance ultramicrometer) was 4 x inches 

as  t h e  resonant frequency of 1 4  K H z ,  A t  higher amplitudes 

inches) some heating e f f e c t s  a t  t he  corners  of t he  board 
, 

were noticed and a t  amplitudes - 3 x inches ,  the  board s t a r t e d  

t o  burn a t  t he  corners ,  

The r e s i s t ance  of each j o i n t  was measured by passang a 

d i r e c t  c u r r e n t  which could be varied from 1 2  mA t o  about 500 mA 

by means of a va r i ab le  res i s tance  (0-500 A 1 i n  series with 

t h e  j o i n t -  Leads w e r e  taken from across  the  j o i n t  t o  a tunable 

ampl i f ie r  and thence t o  a n  osci l loscopew 

I t  was found t h a t  the  output signal. was the  sum of vol tage 

f l u c t u a t i o n s  due t o  the  res i s tance  changes and a l so  d i r e c t  

e l e c t r i c a l  pick-up radiated from the  magnetostr ic t ive element, 

The r ad ia t ed  s igna l  was determined by observing the d i f fe rence  
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between the  vol tage on the  osci l loscope with and without t h e  

cur ren t  flowing through the j o i n t ,  F luc tua t ions  i n  r e s i s t ance  

of a j o i n t  w e r e  always compared w i t h  a "good" soldered j o i n t  

which was s i t u a t e d  near (compared with a wavelength) t o  the 

j o i n t  under t es t  The wavelength was estimated approximately 

from the theory f o r  the propogation of f l exura l  waves i n  t h i n  

l / 4  
p l a t e s ,  

' f lexural  I [ (1 Ek2 I 021]  
0 1/ 2 

where E i s  Young s modulus of t he  p l a t e  ma te r i a l ,  

p i s  the densi ty  of the  p l a t e  m a t e r i a l ,  

o i s  Po i s son ' s  r a t i o  f o r  the p l a t e  ma te r i a l ,  

0 i s  the angular frequency, and 

k i s  the rad ius  of gyration about the  a x i s  of 

bending and i s  given by 

f o r  a p l a t e  of thickness a- 

This i s  an example of ve loc i ty  d ispers ion ,  b u t  a t  1 4  KHc, 
4 t he  ve loc i ty  t u r n s  out t o  be -10 cm/sec, so t h a t  the wavelength 

i s  -7 mm, T h i s  means t h a t  the  t e s t  j o i n t s  m a y  not have necessar- 

~ l y  experienced the same vibra t ion  amplitude as  the "good" 

I comparison j o i n t s .  

The r e s u l t s  of the measurements can be summarized a s  

follows, A f l u c t u a t i o n  i n  res i s tance  a t  t he  frequency of the 

sound f i e l d  and a l s o  a t  some of t h e  harmonics ( t h e  f i rs t  

I l l  R E S E A R C H  I N S T I T U T E  
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harmonic espec ia l ly)  was noted i n  a l l  of t he  j o i n t s  t e s t ed .  

However, no changes i n  res i s tance  w e r e  s een  with t h e  standard 

"good" j o i n t ,  provided t h a t  the  soldering was done carefu l ly .  

The f luc tua t ions  observed var ied  rapidly from time t o  

t i m e  i n  a random way and were v e r y  responsive t o  any mechanical 

shocks such a s  w e r e  caused by l i g h t l y  tapping the  board, 

was a l so  not iceable  even i n  t he  absence of sound. 

it was found t h a t  t he  per iodic  res i s tance  f luc tua t ions  and 

This 

Generally, 

a l so  the  non-periodic random changes w e r e  g r e a t e r  f o r  j o i n t s  

A*-" AAALJUCL ~ ~ a i a ~ d ~ l c e  ( the  r e s i s t ance  var ied  from 0.5 h=,)Tli nr* a L; -L,, ---- -L-.- - -  

f o r  good j o i n t s  t o  7 - 5  fl f o r  one bad j o i n t )  Both the  per iodic  

and random res i s t ance  changes increased very rap id ly  wi.th D.C, 

curren t  passing through the  j o i n t  when the cur ren t  was i n -  

creased from 100 t o  500 mA, 
) 

I Two j o i n t s ,  one i n i t i a l l y  3 - 5  and the  o the r  i n i t i a l l y  

1 - 5  51 w e r e  found t o  have a permanent decrease i n  r e s i s t ance  a s  

a r e s u l t  of the combination of passing a heavy cur ren t  (500 KIA) 

and being v ibra ted  f o r  a period of  about t w o  m i n u t e s ,  I t  i s  

uncer ta in  whether t h i s  change was  caused by the  cur ren t  alone 

o r  whether the  v ibra t ion  played some pa r t  i n  t he  process. The 

j o i n t  i n i t i a l l y  having a res i s tance  of 7 - 5  a was found t o  be- 

come open c i r c u i t e d  due t o  the  vibrat ion alone, but o ther  

j o i n t s  d i d n ' t  show any permanent changes i n  r e s i s t ance ,  

Typical r e s i s t ance  changes f o r  a j o i n t  having a resis- 

tance of 1 / 2  a r e  shown. 
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Current Being Passed R 
(mA) 

100 

200 

300 

1.3 u 

500 

-- 
25 

30 - 60 

30 - 7 0  

0 - 500 

These experiments w e r e  c a r r i ed  

17ibration Amplitude 

with horn) 
inches a t  junct ion 

4 

4 

4 

4 

20 

fu r the r  using boards having 

through-hole connections made i n  a v a r i e t y  of ways: by paint ing 

with s i l v e r  p a i n t ,  by soldering w i r e  connectors i n t o  the  hole ,  

and  by f i l l i n g  the  hole  with Low-melting-point metals i n  an 

oven- I n  a l l  of these  cases ,  small v a r i a t i o n s  i n  r e s i s t ance  

could be seen very readi ly  when the  board was v ibra ted  a t  t h e  

resonant frequency of a magnetostrictive horn d r i v e r  (14-15 KHz) 

In t h e  case of these  boards the  tests were found t o  be p a r t i c -  

u l a r l y  s e n s i t i v e  f o r  evaluating the  qua l i t y  of the var ious 

types of  j o i n t ,  The following reasons show why t h i s  type of 

t es t  i s  s u i t a b l e  f o r  t h i s  appl icat ion,  

1, The changes i n  res i s tance  t h a t  occur a re  per iodic  

a t  t he  frequency of the sound f i e l d  and a t  i t s  

harmonics, and s i n c e  t h e  mechanical o s c i l l a t i n g  

system has a high " Q " ,  a sharply tuned amplif ier  

can be used with a very high gain t o  separate  

small e l e c t r i c a l  s igna ls  caused by the  per iodic  

r e s i s t ance  changes from e l e c t r i c a l  noise ,  Changes 

I I T  R E S E A R C H  I N S T I T U T E  
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K , '  

i 

i n  res i .s tance of less than 16-6 a can be de- 

t ec t ed  with a d i r e c t  current  of 500 mA flowing 

through the  tes t  j o i n t .  

2, E l e c t r i c a l  coupling between t h e  magnetostr ic t ive 

o s c i l l a t o r  and the  detect ing apparatus i s  d i f f i -  

c u l t  t o  e l imina te ,  but can be very e a s i l y  com- 

pensated f o r  by taking readings with and with- 

out  t he  D , C ,  supply connected, This could be 

done automatically with a simple e l e c t r o n i c  

switching and difference c i r c u i t .  

3 ,  The q u a l i t y  of a j o i n t  can readi ly  be compared 

with t h a t  of a good standard j o i n t  made onto 

an outs ide  conductor of a comparison tes t  board 

as a s m a l l  change i n  res i s tance  can be detected 

i n  even the  bes t  soldered joi .nts  obtainable.  

This change was about 1 / 2  x lom6 0 f o r  a current  

of 500 mA and was s m a l l e r  by a f a c t o r  of 1 0  t o  

100 than the  res i s tance  change measured f o r  bad 

j o i n t s ,  some of which eventually f a i l e d  a t  very 

high v ibra t ion  ampl i tudes -  

4 ,  Owing t o  the  high s e n s i t i v i t y  of t h i s  method, it 

i s  poss ib le  t o  work wi,th v ibra t ion  amplitudes 

w e l l  below t h a t  a t  which j o i n t s  might be damaged. 

I I T  R E S E A R C H  I N S T I T U T E  
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Additional tests were made with the  mul t i layer  boards 

t h a t  had been commercially fabr ica ted  i n  a t es t  pattern,which 

included a number of purpose1.y introduced de fec t s  i n  t he  form 

of geometric devia t ions  from the i d e a l ,  The tests t h a t  w e r e  made 

on both "good" and ''bad" boards were once again very successful 

i n  showing a marked d i f fe rence  between good and bad j o i n t s ,  

and they enabled an a r b i t r a r y  standard of maximum acceptable 

r e s i s t a n c e  change t o  be es tab l i shed ,  I n  these  tests,  however, 

owing t o  the  complicated configuration of t h e  c i r c u i t ,  it was 

impossible t o  make tests on the  j o i n t s  ind iv idua l ly ,  

t h r e e  connections, c i r c u i t s  including every j o i n t  on the  board 

could be tested,  and separate  t e s t s  conducted on individual  

j o i n t s  afterwards (made semi-destructively by c u t t i n g  through 

conductors) showed t h a t  every s ingle  bad j o i n t  had contr ibuted 

towards the  over-al l  change i n  res i s tance  t h a t  was measured. 

I t  was expected t h a t  measurements made across many j o i n t s  i n  

series would not s u f f e r  from any loss of s e n s i t i v i t y  t o  s i n g l e  

bad joints ,because the  method of measuring r e s i s t ance  changes 

responded t o  changes i n  bR absolutely,  and not t o  r e l a t i v e  

changes bR/R f o r  good j o i n t s  i n  p a r a l l e l  c i r c u i t s  with a bad 

j o i n t ;  however, t h e r e  w i l l  be a decrease i n  s e n s i t i v i t y  by a 

f a c t o r  f given by: , f l / ( n B  + 1) , 

By xaking 

I 

where n L S  the  t o t a l  number of good j o i n t s  i n  p a r a l l e l  with a 

bad j o i n t  and B i s  the  res i s tance  of the  bad j o i n t  r e l a t i v e  t o  
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a good j o i n t .  

tance between good and bad j o i n t s  so t h a t  B 1) - This value 

of B would mean t h a t  f o r  n :-. 1 the  s e n s i t i v i t y  would be de- 

creased by a f a c t o r  of 4 ,  f o r  n = 2 the s e n s i t i v i t y  would be 

decreased by 9 t imes,  and so on, 

( I n  many cases there  i s  no d i f fe rence  i n  r e s i s -  

Some of the  measurements of r e s i s t ance  change f o r  var ious 

j o i n t s  are shown i n  Table 'II, Connection l e t t e r s  refer t o  

Sketch V I I ,  

able r e s i s t ance  change. Some of the lower values  being un- 

! The r e s i s t ance  changes, 5 x s;f a t  100 mA, 3 x 111 
I 

a t  200 mA, 2 x 

w e r e  a r b i t r a r i l y  chosen as  maximum acceptable standards. Analyz- 

Q a t  300 mA, and 1 x fl up t o  500 mA, 

, 

1 I ing  the above d a t e ,  i t  can be seen t h a t  the  c i r c u i t  A-C on 

doubtedly due  t o  "masking" of the measurements by p a r a l l e l  

combinations being present ,  

The two bad j o i n t s  t h a t  were present on the  good board 

w e r e  un in ten t iona l ly  bad and probably represent  the type of 

I 
defect t h a t  i s  of the most i n t e r e s t -  Before the tes t ,  both 
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- TABLE I I  

RESISTANCE CHANGE RESULTING FROM ACOUSTIC VIBRATION 

C i r c u i t  
C o n n e c t i o n  

A-B 

A-C 

A-D 

A-E 

C i r c u i t  C u r r e n t  
Milliamperes 

100 

200 

300 

400 

500 

100 

200 

300 

400 

500 

100 

200 

300 

400 

500 

100 

200 

300 

40 0 

500 

R e s i s t a n c e  C h  iae i n  Microhms 
Good B o a r d  B a d  B o a r d  

< 5  

< 3  

< 2  

< 1  
< 1  

20 

30 

10 

10  

5 

< 5  

< 3  

< 2  

< 1  
< 1  

1 0 5  

1 4 5  

115  

100 

100 

250 

110 

100 

90 

160 

50 

60 

7 0  

70 

60 

1 5  

40 

30 

30 

60 

25 

30 

35 

45 

7 0  

V i b r a t i o n  amplitude was 3 x inches a t  the support 
p o i n t  - frequency 1 4  K H z ,  
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j o i n t s  had a r e s i s t ance  which was very Pow and equal t o  t h a t  

of t he  o ther  j o i n t s  present;  b u t  a f t e r  the t e s t ,  t he  j o i n t  Q 

was made t o  become an open c i r c u i t  by v ib ra t ing  the  board more 

vigorously (v ib ra t ion  amplitude o f  loq3 inches a t  the  support 

point)  

t reatment ,  but on repeating the  tests f o r  r e s i s t ance  change, 

a s l i g h t  increase  i n  res i s tance  change was noted, whereas f o r  

a l l  of t he  o the r  j o i n t s  t he  data  remained the  same, thus show- 

ing  t h a t  P and Q alone had been permanently a f fec ted  by t h e  

vigorous v ib ra t ion ,  

P o s s i b i l i t i e s  f o r  Further Development of t h i s  Method 

The r e s i s t ance  of j o i n t  P was not a f fec ted  by t h i s  

53 f a r  no measurements have bgen made of v ibra t ion  ampli- 

t u d e s  over var ious p a r t s  of the board, and, t he re fo re ,  each 

j o i n t  i n  the tes t s  was probably not subjected t o  the  same con- 

s t a n t  v ib ra t ion  amplitude although i n  one case the  tests w e r e  

repeated f o r  t h r e e  d i f f e r e n t  support pos i t ions ,  I t  would be 

v e r y  valuable t o  make these measurements using an ultramicro- 

meter, so t h a t  the best support pos i t ion  could be found t o  

avoid t h e  production of sharp nodes and antinodes i n  t he  s tand-  

i ng  wave system, I t  may be found necessary t o  sweep through 

a c e r t a i n  frequency range continuously o r  t o  simultaneously 

e x c i t e  t he  board a t  d i f f e r e n t  frequencies from d i f f e r e n t  support 

po in t s ,  Some research work on t h e  v ib ra t ion  of t h i n  p l a t e s  i n  

a sound f i e l d  i s  already being conducted a t  I I T R I .  
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I t  i s  a l so  believed very strongly t h a t  some e f f o r t  should 

be made i n  an attempt t o  understand the fundamental mechanism 

whereby r e s i s t ance  changes a re  c6 ised by v ib ra t ion ,  T h i s  

would be of value from a p rac t i ca l  standpoint a s  w e l l  i n  

helping t o  choose the continuing condi t ions under w h i c h  the  

tests should be conducted, For ins tance ,  the way i n  which the 

r e s i s t ance  changes depend upon the D , C ,  c u r r e n t  i s  not under- 

stood and does not appear t o  be a reproducible e f f e c t  from one 

bad j o i n t  t o  another,  There a r e  many va r i ab le s  i n  t he  experi-  

ment which could be i s o l a t e d  one by one i n  order  t o  a sce r t a in  

the i r  e f f e c t s  upon the res i s tance  changes, The  r e s u l t s  tend 

t o  i n d i c a t e  t h a t  the changes a r e  cdused by f l exura l  waves i n  

the board producing small changes i n  dimensions of the  j o i n t s .  

Comparison of the da ta  w i t h  ca lcu la t ions  based on t h i s  theory 

should be madeo 

-I_-_- Conclusion 

This technique has proven very s e n s i t i v e  t o  r e s i s t ance  
-6 

v a r i a t i o n s ,  being able  t o  de t ec t  changes of 1 0  ohm under 

v ib ra t ion ,  Several r ive ted  j o i n t s  which appeared good under  

s t a t i c  r e s i s t ance  measurements were shown t o  be defec t ive  under  

v i b r a t i o n ,  The very g rea t  disadvantage i n  t h i s  method i s  the 

need  f o r  a m u l t i p l i c i t y  of electrical connections t o  the tes t  

board and i s o l a t i o n  of indlvldual connectlons f o r  measurement. 

Because of these disadvantages, a decis ion was made t o  concentrate 

on development of laminography and the  mutual coupling probe and 

t o  discont inue f u r t h e r  e f f o r t  o n  the combination acous t ica l  techniques. 
I IT  R E S E A R C H  I N S T I T U T E  
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